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Atlanta, GA 2005196 8,280.019 44.125Cold Rolled .019 .019 No Visible DefectsDS 37COL

Atlanta, GA 2003043 580.023 4.320Cold Rolled .0230 .0230 Heavy Rust Throughout (3 Coils)CS-B 62COL

Atlanta, GA 2003045 780.023 4.320Cold Rolled .0230 .0230 Heavy Rust Throughout (4 Coils)CS-B 62COL

Atlanta, GA 2003046 770.023 4.320Cold Rolled .0230 .0230 Heavy Rust Throughout (4 Coils)CS-B 62COL

Atlanta, GA 2001707 8,840.025 40.500Cold Rolled .0250 .0250 No Visible DefectsDDS 35COL

Cartersville, GA 2003443 17,680.025 59.375Cold Rolled .025 .025 Spot Rust on ID/ODCS-B 62ALM

Atlanta, GA 2004682 5,415.026 44.500Cold Rolled .0290 .0290 No Visible DefectsDS 55COL

Cartersville, GA 2003618 12,360.026 46.000Cold Rolled .024 .027 Lite Chain and Edge Damage - DSALM

Atlanta, GA 2004097 4,125.026 60.125 120.125Cold Rolled .026 No Visible DefectsCS-B 68COL

Atlanta, GA 2004305 3,765.027 61.125Cold Rolled .0290 .0290 No Visible DefectsCS-B 62COL

Atlanta, GA 2004309 7,020.029 48.125Cold Rolled .0320 .0300 No Visible DefectsCS-B 62COL

Atlanta, GA 2002323 3,985.030 5.000Cold Rolled .0310 .031 No Visible Defects (4 Coils)HS 78COL

Atlanta, GA 2002325 3,970.031 5.000Cold Rolled .031 .031 No Visible Defects (4 Coils)HS 78COL

Atlanta, GA 2003610 13,230.033 60.000Cold Rolled .0310 .0310 N/ACS-BCOL

Atlanta, GA 2003036 7,940.039 26.000Cold Rolled .0400 .0400 Heavy Rust ThroughoutHSLA 72COL

Atlanta, GA 2004442 910.043 3.875Cold Rolled .0470 .0470 No Visible Defects  (2 Coils)DDS 34COL

Atlanta, GA 2004565 825.045 2.000Cold Rolled .047 .0460 No Visible DefectsDDS 34COL

Atlanta, GA 2003118 4,100.045 42.250 55.000Cold Rolled .045 Lite Rust on Top SheetDDS 34COL

Atlanta, GA 2004431 1,095.103 2.625Cold Rolled .1030 .1030 No Visible DefectsCS-B 45COL

Atlanta, GA 2003881 18,180.111 56.675Cold Rolled .111 .110 Storage Rust ; Balance No VisibleDDS 34COL

Atlanta, GA 2002131 2,850.112 48.250 144.000Cold Rolled .114 Subject to RustN/ACOL

Atlanta, GA 2001343 12,920.019 35.125CR Embossed .019 .019 **CR EMBOSSED** ; Rust CS-B 68COL

Atlanta, GA 2005152 13,300.026 53.375Galv Painted .027 .027 Painted White - No Visible DS 50COL

Atlanta, GA 2003219 2,950.035 13.250Galv Painted .0350 .0350 No Visible DefectsCS-BCOL

Cartersville, GA 2005146 19,920.019 48.000Galvanized .019 .018 (G90 - Nct LO) - Excess PrimeCS-BALM

Cartersville, GA 2005147 12,680.019 48.000Galvanized .020 .019 (G90 - Nct LO) - Excess PrimeCS-BALM

Cartersville, GA 2005148 5,080.019 48.000Galvanized .019 .019 (G90 - Nct LO) - Excess PrimeCS-BALM
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Atlanta, GA 2004449 3,530.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004450 4,400.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004451 1,780.028 4.250Galvanized .0290 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004452 1,785.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004453 1,770.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004719 1,150.031 4.625Galvanized .0360 .0350 (G60 - NCT Oil) - Excess PrimeDDS 43COL

Atlanta, GA 2004720 1,135.031 4.625Galvanized .0360 .0350 (G60 - NCT Oil) - Excess PrimeDDS 43COL

Atlanta, GA 2004721 1,170.031 4.625Galvanized .0300 .0310 (G60 - NCT Oil) - Excess PrimeDDS 43COL

Atlanta, GA 2003746 3,525.042 48.000 96.500Galvanized .042 (G30 NCT Oil) - No Visible CS-B 68COL

Atlanta, GA 2003747 3,535.042 48.000 96.500Galvanized .042 (G30 NCT Oil) - No Visible CS-B 68COL

Atlanta, GA 2003779 9,145.055 12.000Galvanized .054 .056 (50G/50G NCT Oil ) - Excess HS 78COL

Cartersville, GA 2005186 3,620.065 8.750Galvanized .065 .065 (G60 CT Dry) - Excess PrimeDDS 43ALM

Cartersville, GA 2005187 3,580.065 8.750Galvanized .065 .065 (G60 CT Dry) - Excess PrimeDDS 43ALM

Atlanta, GA 2001918 1,490.069 6.230Galvanized .0690 .0690 No Visible DefectsHSCOL

Atlanta, GA 2002253 2,680.070 8.250Galvanized .0730 .0740 Subject to White RustN/ACOL

Atlanta, GA 2002257 1,720.070 8.500Galvanized .0710 .0710 Subject to Chrome StainsN/ACOL

Atlanta, GA 2002256 3,405.070 8.625Galvanized .0700 .0710 Subject to White RustN/ACOL

Atlanta, GA 2004476 2,460.070 48.000 120.000Galvanized .078 (G60 - Nct Oil) - No Visible CS-B 68COL

Atlanta, GA 2001876 2,825.071 15.750Galvanized .0720 .0720 No Visible DefectsDS 56COL

Atlanta, GA 2001263 4,865.075 3.915Galvanized .0750 .0750 (G40 NCT Oil) - Oscillated w/ LiteHS 74COL

Atlanta, GA 2004456 2,350.080 3.000Galvanized .0860 .0850 (G40 NCT Oil) - No Visible HSLA 70COL

Atlanta, GA 2001927 3,100.081 7.000Galvanized .0830 .0810 No Visible DefectsHS 78COL

Atlanta, GA 2001926 3,090.082 7.000Galvanized .0830 .0830 No Visible DefectsHS 78COL

Atlanta, GA 2001925 3,125.083 7.000Galvanized .0850 .0840 No Visible DefectsHS 78COL

Atlanta, GA 2001924 3,110.084 7.000Galvanized .0830 .0830 No Visible DefectsHS 78COL

Atlanta, GA 2005129 2,950.097 60.125 120.000Galvanized .097 (G90 CT Dry) - No Visible DefectsDS 48COL

Atlanta, GA 2004340 1,336.023 48.000 120.000Galvannealed .020 (A40 CT Dry) - No Visible DefectsCS-B 68COL
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Atlanta, GA 2000292 5,270.060 12.875Hot Rolled .0660 .0660 No Visible DefectsNACOL

Atlanta, GA 2005110 29,250.092 70.375Hot Rolled .0970 .0970 Subect to Coil Breaks and EdgeCS-B 59COL

Atlanta, GA 2004496 4,780.093 5.875Hot Rolled .100 .101 No Visible DefectsCS-BCOL

Atlanta, GA 2004497 4,780.093 5.875Hot Rolled .100 .101 No Visible DefectsCS-BCOL

Atlanta, GA 2004493 5,990.093 7.375Hot Rolled .100 .101 No Visible DefectsCS-BCOL

Atlanta, GA 2004494 5,990.093 7.375Hot Rolled .100 .101 No Visible DefectsCS-BCOL

Atlanta, GA 2004495 5,990.093 7.375Hot Rolled .100 .101 No Visible DefectsCS-BCOL

Atlanta, GA 2002788 1,855.097 5.000Hot Rolled .099 No Visible DefectsHS 81COL

Atlanta, GA 2002786 2,095.097 6.000Hot Rolled .097 No Visible DefectsHS 81COL

Atlanta, GA 2002789 4,135.097 6.000Hot Rolled .097 No Visible Defects (2 Coils)HS 81COL

Atlanta, GA 2004457 1,915.115 61.000 120.500Hot Rolled .117 No Visible DefectsCS-B 66COL

Atlanta, GA 2001781 46,220.150 61.250Hot Rolled .155 .150 No Visible DefectsCS-B 62COL

Atlanta, GA 2001800 41,460.160 45.840Hot Rolled .170 .160 Excess Prime (Storage Rust; 4 IDCS-B 67COL

Atlanta, GA 2001934 2,152.240 1.500Hot Rolled .2400 .2400 No Visible DefectsCOL

Atlanta, GA 2001785 31,120.275 48.400Hot Rolled .275 .275 No Visible DefectsHS 89COL

Atlanta, GA 2001684 45,600.337 45.500Hot Rolled .338 .338 Excess PrimeCS-B 76COL

Atlanta, GA 2005130 2,305.071 60.500 120.000HRP&O .070 Subject to Wavy EdgesCS-B 68COL

Atlanta, GA 2004466 2,256.080 2.500HRP&O .0800 .0800 No Visible Defects  (2 Coils)HSLACOL

Atlanta, GA 2001013 1,743.083 1.500HRP&O .0830 .0830 No Visible Defects (2 Coils)HS 80COL

Atlanta, GA 2003424 4,605.083 25.625 30.000HRP&O .086 No Visible DefectsDS 50COL

Atlanta, GA 2003592 3,760.083 25.625 30.000HRP&O .086 No Visible DefectsDS 50COL

Atlanta, GA 2002793 590.083 29.000 29.250HRP&O .082 No Visible DefectsDS 50COL

Atlanta, GA 2004421 19,500.095 30.000HRP&O .100 .100 No Visible DefectsHSCOL

Atlanta, GA 2001798 17,515.100 57.000HRP&O .106 .107 No Visible DefectsHS 85COL

Atlanta, GA 2005041 5,250.105 8.500HRP&O .107 .107 No Visible Defects  (6 Coils)DS 55COL

Atlanta, GA 2005037 38,770.105 51.250HRP&O .104 .107 No visible Defects  (Storage Rust)DS 55COL

Atlanta, GA 2004774 4,610.108 59.750 120.125HRP&O .110 Spot RustCS-B 62COL
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Atlanta, GA 2004981 4,425.108 60.000 120.000HRP&O .108 No Visible DefectsCS-B 62COL

Atlanta, GA 2004740 1,170.111 48.000 120.000HRP&O .110 No Visible DefectsCS-B 62COL

Atlanta, GA 2004487 4,490.115 48.000 96.000HRP&O .114 No Visible DefectsCS-B 68COL

Atlanta, GA 2003611 4,125.141 56.000 120.125HRP&O .143 N/ACS-B 59COL

Atlanta, GA 2001892 5,600.145 13.250HRP&O .1500 .1470 No Visible DefectsHSLA 88COL

Cartersville, GA 2003468 41,340.145 49.625HRP&O .1450 .148 Storage RustCS-B 60ALM

Atlanta, GA 2001694 30,750.152 50.750HRP&O .157 .156 No Visible DefectsHS 83COL

Atlanta, GA 2001802 20,850.152 50.750HRP&O .152 .152 N/AHS 82COL

Atlanta, GA 2004751 41,650.153 52.625HRP&O .151 .150 No Visible DefectsDDS 34COL

Atlanta, GA 2004095 4,180.155 48.000 120.000HRP&O .154 No Visible DefectsCS-B 62COL

Atlanta, GA 2002576 2,640.155 60.125 120.500HRP&O .157 No Visible DefectsCS-B 62COL

Atlanta, GA 2003473 4,940.156 3.625HRP&O .1580 .1580 No Visible Defects (13 Coils)CS-B 60COL

Atlanta, GA 2002570 790.156 48.000 120.125HRP&O .157 No Visible DefectsCS-B 66COL

Atlanta, GA 2002568 3,985.156 48.125 120.125HRP&O .153 No Visible DefectsCS-B 66COL

Atlanta, GA 2002569 4,010.156 48.125 120.125HRP&O .159 No Visible DefectsCS-B 66COL

Atlanta, GA 2004574 1,585.156 48.500 120.000HRP&O .156 No Visible DefectsCS-B 62COL

Atlanta, GA 2002816 7,525.156 60.000 120.000HRP&O .164 No Visible DefectsCS-B 66COL

Atlanta, GA 2002454 1,630.156 60.000 120.375HRP&O .153 N/ACS-B 66COL

Atlanta, GA 2003314 2,170.156 60.500 120.000HRP&O .164 No Visible DefectsCS-B 66COL

Atlanta, GA 2001010 30,220.157 50.500HRP&O .1600 .1600 Telescoped IDHS 80COL

Atlanta, GA 2002598 4,035.157 61.000 120.250HRP&O .158 No Visible DefectsCS-B 66COL

Atlanta, GA 2001806 15,395.157 62.500HRP&O .160 .160 Excess Prime (Storage Rust)HS 95COL

Atlanta, GA 2001805 16,485.157 62.750HRP&O .160 .160 Excess Prime (Storage Rust)HS 90COL

Atlanta, GA 2002865 5,310.158 10.500HRP&O .1640 .1640 Light Rust (2 Coils)HSCOL

Atlanta, GA 2001672 44,600.160 57.125HRP&O .166 .160 No Visible DefectsHS 81COL

Atlanta, GA 2002862 2,730.162 10.500HRP&O .1640 .1620 Light RustHSCOL

Atlanta, GA 2002864 5,535.162 10.500HRP&O .1620 .1620 Light Rust (2 Coils)HSCOL
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Atlanta, GA 2002863 1,785.163 6.625HRP&O .1630 .1630 Light RustHSCOL

Atlanta, GA 2002515 2,325.164 60.500 120.375HRP&O .157 No Visible DefectsCS-B 66COL

Atlanta, GA 2004571 4,705.169 40.000 120.000HRP&O .157 No Visible DefectsHSCOL

Atlanta, GA 2004578 1,345.169 48.000 95.125HRP&O .169 No Visible  Defects - Banded to 1CS-B 67COL

Atlanta, GA 2004575 1,790.169 60.625 120.250HRP&O .173 No Visible DefectsCS-B 59COL

Atlanta, GA 2003239 2,190.171 60.500 120.000HRP&O .171 No Visible DefectsCS-B 66COL

Atlanta, GA 2004401 2,150.174 53.250HRP&O .1780 .1760 No Visible DefectsCS-BCOL

Atlanta, GA 2003427 4,025.190 60.000 120.000HRP&O .196 No Visible DefectsHS 90COL

Atlanta, GA 2003428 3,615.190 60.000 120.000HRP&O .196 No Visible DefectsHS 90COL

Atlanta, GA 2003429 4,015.190 60.000 120.000HRP&O .196 No Visible DefectsHS 90COL

Atlanta, GA 2003430 4,015.190 60.000 120.000HRP&O .196 No Visible DefectsHS 90COL

Atlanta, GA 2003433 4,020.190 60.000 120.000HRP&O .196 No Visible DefectsHS 90COL

Atlanta, GA 2004616 5,510.240 48.500 82.500HRP&O .238 No Visible DefectsHSLA 81COL

Atlanta, GA 2002533 6,070.302 60.125 96.125HRP&O .303 No Visible DefectsHSLA 81COL

Atlanta, GA 2002572 6,675.302 60.125 96.375HRP&O .305 Storage Rust ; Balance on VisibleHSLA 84COL

Atlanta, GA 2002534 1,030.302 60.250 96.250HRP&O .305 No Visible DefectsHSLA 81COL

Atlanta, GA 2002571 3,090.302 60.250 96.250HRP&O .303 No Visible DefectsHSLA 84COL

Atlanta, GA 2003246 3,055.302 60.825 96.500HRP&O .302 No Visible DefectsHS 59COL

Atlanta, GA 2003678 6,105.364 60.000 96.000HRP&O .365 No Visible DefectsHSLA 81COL

Atlanta, GA 2003681 6,100.364 60.000 96.000HRP&O .379 No Visible DefectsHSLA 81COL

Atlanta, GA 2003697 6,100.364 60.000 96.000HRP&O .365 No Visible DefectsHSLA 81COL

Atlanta, GA 2003696 39,100.364 60.500HRP&O .371 .367 No Visible DefectsHSLA 81COL

Atlanta, GA 2003694 1,835.365 60.000 96.000HRP&O .365 No Visible DefectsHSLA 81COL

Atlanta, GA 2003709 3,055.365 60.000 96.000HRP&O .365 No Visible DefectsHSLA 81COL


