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Huger, SC 2005227 8,410.0155 29.000Cold Rolled .016 .016 No Visible DefectsCS-B 56JMH

Atlanta, GA 2005891 19,000.017 57.500Cold Rolled .017 .017 No Visible DefectsDS 49COL

Atlanta, GA 2005743 20,295.018 64.500Cold Rolled .018 .018 No Visible DefectsCS-B 62COL

Talledega, AL 2005367 12,335.019 40.118Cold Rolled .019 .019 Subject to BucklesDS 38PST

Talledega, AL 2005368 12,335.019 40.118Cold Rolled .019 .019 Subject to BucklesDS 45PST

Atlanta, GA 2001707 8,840.025 40.500Cold Rolled .0250 .0250 No Visible DefectsDDS 35COL

Cartersville, GA 2003443 17,680.025 59.375Cold Rolled .025 .025 Spot Rust on ID/ODCS-B 62ALM

Tampa, FL 2004959 19,140.026 36.000Cold Rolled .027 .027 Subject to Stain; Light Rust BothCS-B 68MPT

Tampa, FL 2004960 19,100.026 36.000Cold Rolled .027 .027 Subject to Scattered RustCS-B 68MPT

Cartersville, GA 2003618 12,360.026 46.000Cold Rolled .024 .027 Lite Chain and Edge Damage - DSALM

Huger, SC 2005158 24,520.027 51.625Cold Rolled .027 .028 No Visible DefectsEDDS 36JMH

Huger, SC 2005441 16,420.027 62.875Cold Rolled .028 .027 No Visible DefectsCS-B 62NMS

Talledega, AL 2005914 35,000.029 38.000Cold Rolled .029 .029 No Visible Defects (C1020)HSPST

Talledega, AL 2005915 35,170.029 38.000Cold Rolled .029 .029 No Visible Defects (C1020)HSPST

Talledega, AL 2005916 33,670.029 38.000Cold Rolled .209 .029 No Visible Defects (C1020)HSPST

Talledega, AL 2005917 36,050.029 38.000Cold Rolled .029 .029 No Visible Defects (C1020)HSPST

Atlanta, GA 2003610 13,230.033 60.000Cold Rolled .0310 .0310 N/ACS-BCOL

Atlanta, GA 2003036 7,940.039 26.000Cold Rolled .0400 .0400 Heavy Rust ThroughoutHSLA 72COL

Franklin, OH 2004345 18,700.040 36.000Cold Rolled .0440 .0420 Rust ID/ODCS-B 68GPM

Huger, SC 2005908 6,440.044 32.000Cold Rolled .046 .045 No Visible DefectsDS 55JMH

Spartanburg, SC 2005638 33,330.044 36.125Cold Rolled .0446 .0446 No Visible DefectsCS-B 50ALS

Spartanburg, SC 2005637 33,470.044 36.250Cold Rolled .0446 .0446 No Visible DefectsCS-B 50ALS

Spartanburg, SC 2005636 34,200.044 36.813Cold Rolled .0446 .0446 Lite Edge DamageCS-B 50ALS

Spartanburg, SC 2005641 33,600.044 37.375Cold Rolled .0446 .0446 Lite Edge Damage / OD Wrap CS-B 50ALS

Spartanburg, SC 2005714 18,820.044 37.875Cold Rolled .048 .048 Lite ID DamageCS-B 68ALS

Spartanburg, SC 2005647 20,600.044 48.188Cold Rolled .0448 .0448 No Visible Defects (Storage Rust)CS-B 50ALS

Huger, SC 2005421 53,020.044 61.625Cold Rolled .044 .044 No Visible DefectsDS 36JMH
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Huger, SC 2005672 29,630.045 42.125Cold Rolled .045 .044 No Visible DefectsEDDS 39JMH

Huger, SC 2005856 24,620.045 42.188Cold Rolled .048 .051 No Visible DefectsEDDS 34JMH

Huger, SC 2004737 8,488.053 38.875Cold Rolled .053 .053 No Visible DefectsDS 45JMH

Huger, SC 2005858 9,560.055 42.500Cold Rolled .055 .056 No Visible DefectsEDDS 32JMH

Huger, SC 2005797 28,320.055 42.750Cold Rolled .056 .058 No Visible DefectsEDDS 33JMH

Huger, SC 2005907 14,510.055 48.125Cold Rolled .0575 .057 No Visible DefectsCS-BJMH

Winder, GA 2005486 14,635.056 48.250Cold Rolled .056 .056 No Visible DefectsCS-B 49OLW

Atlanta, GA 2005783 19,850.071 63.500Cold Rolled .072 .072 No Visible Defects (Dry)HS 81COL

Huger, SC 2005860 6,300.083 25.000Cold Rolled .082 .082 Excess PrimeDS 45NMS

Huger, SC 2005861 6,054.083 25.000Cold Rolled .085 .082 Excess PrimeDS 45NMS

Huger, SC 2005859 8,260.083 25.750Cold Rolled .085 .084 Excess PrimeDS 45NMS

Huger, SC 2005798 31,990.091 51.000Cold Rolled .091 .090 Rust on OD and SidewallsDS 43NMS

Huger, SC 2005666 36,650.094 51.125Cold Rolled .096 .092 No Visible DefectsDS 42JMH

Atlanta, GA 2003881 18,180.111 56.675Cold Rolled .111 .110 Storage Rust ; Balance No VisibleDDS 34COL

Gary, IN 2005791 11,250.014 28.000CR Painted .014 .014 White Embossed62MPC

Gary, IN 2005792 11,100.014 28.000CR Painted .014 .014 Embossed WhiteCS-B 62MPC

Gary, IN 2005793 11,350.014 28.000CR Painted .014 .014 Embossed WhiteCS-B 62MPC

Gary, IN 2005794 11,000.014 28.650CR Painted .014 .014 Embossed WhiteCS-B 62MPC

Detroit, MI 2005695 15,320.014 54.500Electro- .015 .015 (40G/40G NCT Oil) - No Visible DS 50BJS

Blytheville, AR 2002634 6,600.022 31.625Galv Painted .022 .022 Painted WhiteCS-B 68JMA

Atlanta, GA 2005152 13,300.026 53.375Galv Painted .027 .027 Painted White - No Visible DS 50COL

Gary, IN 2005392 32,940.018 58.250Galvanized .019 .019 (G30 - Nct Oil) - No Visible CS-B 68CHI

Cartersville, GA 2005146 19,920.019 48.000Galvanized .019 .018 (G90 - Nct LO) - PrimeCS-B 50ALM

Cartersville, GA 2005147 12,680.019 48.000Galvanized .020 .019 (G90 - Nct LO) - PrimeCS-B 50ALM

Huger, SC 2005405 27,650.020 50.875Galvanized .020 .020 (G40 - NCT Oil) - No Visible DS 50JMH

Huger, SC 2005298 20,100.0234 43.875Galvanized .024 .024 No Visible DefectsCS-B 62JMH

Gary, IN 2005291 19,130.025 40.563Galvanized .025 .026 (G40 - NCT Dry) - Lite ID DamageDS 50CHI



Sun States Inventory
Location Tag # WeightGauge Width  LengthProduct Days Old

Back

Home

ID OD Visual InspectionGrade Rb Pcs

1

 PIW

880

Click Browser "Back" Button to Return to Website

Plant

Huger, SC 2005412 44,960.028 51.062Galvanized .028 .029 (60G/60G - NCT Oil) - Excess EDDS 41JMH

Spartanburg, SC 2005700 11,150.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Spartanburg, SC 2005701 11,110.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Spartanburg, SC 2005702 10,790.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Spartanburg, SC 2005703 10,740.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Brookfield, OH 2005894 28,735.029 58.688Galvanized .033 .032 (60G/60G - NCT Oil ) - Excess DS 50USS

Gary, IN 2005582 45,200.029 65.625Galvanized .029 .029 (70G/70G Nct Oil) -Lite Edge EDDS 39CHI

Huger, SC 2005403 45,500.035 47.937Galvanized .035 .035 (G40 - NCT Oil) - Excess PrimeDDSJMH

Delta, OH 2005170 10,300.044 39.500Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45FCP

Delta, OH 2005172 23,680.044 48.000Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45FCP

Huger, SC 2005402 28,820.045 58.625Galvanized .045 .045 (G60 - CT Dry) - Excess PrimeCS-BJMH

Brookfield, OH 2005892 13,300.045 60.250Galvanized .048 .048 (G90 Nct Oil) No Visible DefectsDS 55USS

Brookfield, OH 2005893 13,975.045 60.250Galvanized .047 .048 (G90 Nct Oil) No Visible DefectsDS 55USS

Atlanta, GA 2005807 14,125.046 31.000Galvanized .047 .047 (G30 - CT Dry) - No Visible EDDS 47COL

Atlanta, GA 2005808 14,085.046 31.000Galvanized .047 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Atlanta, GA 2005809 14,050.046 31.000Galvanized .047 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Huger, SC 2005816 14,060.046 31.000Galvanized .051 .051 (G40 - CT Dry) - No Visible EDDS 47NMS

Atlanta, GA 2005830 14,520.046 31.000Galvanized .046 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Atlanta, GA 2005831 14,570.046 31.000Galvanized .046 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Spartanburg, SC 2005675 42,900.0472 46.457Galvanized .048 .048 (50G/50G NCT LO ) - Excess HS 78ALS

Huger, SC 2005427 45,820.0498 52.750Galvanized .054 .053 (G60 - CT Dry) - No Visible DS 50JMH

Huger, SC 2005040 12,240.054 56.875Galvanized .052 .052 (50G/50G NCT Oil ) - Excess HS 78JMH

Cartersville, GA 2005563 42,460.055 60.000Galvanized .055 .055 (G90 - NCT Oil) - Subject to WhiteDS 50ALM

Gary, IN 2002295 13,400.061 59.930Galvanized .059 .062 (G40 NCT Oil) - No Visible HSLA 70CHI

Huger, SC 2005712 43,680.062 59.875Galvanized .065 .065 (G90 - CT Dry) - No Visible DS 55JMH

Huger, SC 2005400 21,040.064 45.937Galvanized .064 .064 (G40 - CT Dry) - Excess PrimeDS 50JMH

Huger, SC 2005426 22,120.068 48.125Galvanized .073 .072 (G40 - Acrylic Dry) - No Visible DS 55JMH
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Brookfield, OH 2005795 26,540.068 60.000Galvanized .070 .071 (G90 - CT Dry) - Lite OscillationDS 50USS

Detroit, MI 2005694 32,580.069 63.750Galvanized .067 .067 (60G/60G - NCT Oil ) - No VisibleHS 76BJS

Huger, SC 2005410 45,100.071 48.750Galvanized .069 .070 (G40 - NCT Oil) - No Visible CS-B 68JMH

Gary, IN 2005105 18,340.071 52.120Galvanized .071 .071 (G40 - NCT Dry) - No Visible DS 57CHI

Huger, SC 2004620 14,930.076 48.750Galvanized .080 .078 No Visible DefectsHSJMH

Huger, SC 2005397 31,910.077 56.625Galvanized .077 .077 (G40 - CT Dry) - No Visible CS-BJMH

Huger, SC 2005401 31,300.078 56.625Galvanized .078 .078 (G40 - CT Dry) - No Visible CS-BJMH

Detroit, MI 2004609 15,215.078 58.120Galvanized .0780 .0780 (G40 NCT Oil) - Subject to WaterHS 84HSM

Atlanta, GA 2004507 24,050.078 59.250Galvanized .080 .082 (G60 NCT Oil) Heavy Rust ; DS 34COL

Brookfield, OH 2005752 22,175.069 48.125Galvannealed .070 .071 (A60 CT Dry - No Visible DefectsDS 55USS

Brookfield, OH 2005854 31,970.091 36.500Hot Rolled .096 .093 No Visible DefectsHSUSS

Brookfield, OH 2005855 34,460.091 36.500Hot Rolled .096 .093 No Visible DefectsHSUSS

Brookfield, OH 2005900 20,420.096 38.000Hot Rolled .102 .102 No Visible Defects (C1023)HSUSS

Brookfield, OH 2005899 33,650.096 38.250Hot Rolled .098 .102 No Visible Defects (C1023)HSUSS

Brookfield, OH 2005897 21,910.110 37.000Hot Rolled .110 .115 No Visible Defects (C1023)HSUSS

Brookfield, OH 2005898 30,520.110 37.000Hot Rolled .111 .115 No Visible Defects (C1023)HSUSS

Huger, SC 2005912 49,880.110 50.750Hot Rolled .107 .110 No Visible DefectsDS 55JMH

Brookfield, OH 2005488 8,530.111 36.750Hot Rolled .112 .116 Storage Rust (Stenciled - C1023)HSUSS

Brookfield, OH 2005489 17,330.111 37.000Hot Rolled .112 .114 Storage Rust (Stenciled - C1023)HSUSS

Brookfield, OH 2005490 8,210.111 37.000Hot Rolled .112 .115 Storage Rust (Stenciled - C1023)HSUSS

Huger, SC 2005588 21,050.125 51.750Hot Rolled .128 .127 No Visible Defects (C1026)HS 87JMH

Huger, SC 2005587 21,750.125 51.875Hot Rolled .127 .127 No Visible Defects (C1026)HS 87JMH

Huger, SC 2005624 23,780.125 51.875Hot Rolled .129 .138 No Visible DefectsHS 87JMH

Brookfield, OH 2005852 30,580.155 33.750Hot Rolled .155 .155 No Visible DefectsHSUSS

Brookfield, OH 2005853 29,570.155 33.750Hot Rolled .155 .155 No Visible DefectsHSUSS

Huger, SC 2005911 47,600.251 54.250Hot Rolled .251 .251 No Visible DefectsHSJMH

Huger, SC 2005913 61,880.251 57.625Hot Rolled .251 .251 No Visible DefectsDS 52JMH
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Huger, SC 2005873 26,820.299 60.000Hot Rolled .299 .299 Excess PrimeHS 72NMS

Huger, SC 2003939 25,842.302 60.250Hot Rolled .307 .304 No Visible DefectsHSLA 88JMH

Atlanta, GA 2001684 45,600.337 45.500Hot Rolled .338 .338 Excess PrimeCS-B 76COL

Huger, SC 2005521 42,060.471 48.000Hot Rolled .473 .469 Excess PrimeHSLA 84NMS

Huger, SC 2005520 35,120.069 60.000HRP&O .072 .068 No Visible DefectsCS-B 68NMS

Huger, SC 2005684 43,450.073 52.500HRP&O .073 .073 No Visible DefectsHS 73JMH

Huger, SC 2005497 43,375.073 52.875HRP&O .073 .072 No Visible DefectsHS 73JMH

Huger, SC 2005682 43,670.073 52.875HRP&O .070 .071 No Visible Defects (Temper HS 73JMH

Atlanta, GA 2005058 9,390.083 25.375HRP&O .086 .087 No Visible DefectsCS-B 68COL

Gary, IN 2005851 18,100.083 37.125HRP&O .087 .087 No Visible DefectsDSMPC

Spartanburg, SC 2005776 20,441.097 24.050HRP&O .097 .097 No Visible DefectsDS 50ALS

Huger, SC 2005937 50,280.097 48.000HRP&O .100 .101 Rust on OD wrapCS-B 68JMH

Huger, SC 2005936 50,260.097 48.125HRP&O .100 .100 Rust on OD wrapCS-B 68JMH

Atlanta, GA 2001798 17,515.100 57.000HRP&O .106 .107 No Visible DefectsHS 85COL

Brookfield, OH 2005901 14,540.102 36.375HRP&O .100 .101 No Visible DefectsDSUSS

Huger, SC 2005445 11,920.111 48.375HRP&O .111 .112 No Visible DefectsDSNMS

Spartanburg, SC 2005655 26,945.127 36.500HRP&O .127 .127 Rust ThroughoutCS-BALS

Spartanburg, SC 2005696 44,040.138 45.188HRP&O .138 .138 4 OD Laps Telescoped (StorageDDS 49ALS

Huger, SC 2003896 26,340.142 42.000HRP&O .140 .140 Rust on OD and SidewallCS-B 62JMH

Huger, SC 2001802 20,850.152 50.750HRP&O .152 .152 Subject to Wave/OscillatedHS 82JMH

Atlanta, GA 2001806 15,395.157 62.500HRP&O .160 .160 Excess Prime (Storage Rust)HS 95COL

Atlanta, GA 2001805 16,485.157 62.750HRP&O .160 .160 Excess Prime (Storage Rust)HS 95COL

Atlanta, GA 2001672 44,600.160 57.125HRP&O .166 .160 No Visible DefectsHS 81COL

Gary, IN 2004714 18,470.165 39.750HRP&O .169 .172 Excess PrimeHS 86CHI

Gary, IN 2004715 18,430.165 39.750HRP&O .168 .170 Excess PrimeHS 86CHI

Detroit, MI 2005902 16,680.175 36.000HRP&O .174 .176 No Visible DefectsHSBJS

Detroit, MI 2005903 15,095.175 36.000HRP&O .177 .177 No Visible DefectsHSBJS
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Huger, SC 2005939 46,180.241 60.625HRP&O .242 .242 No Visible DefectsDS 52JMH

Huger, SC 2005938 46,260.242 60.625HRP&O .242 .241 No Visible DefectsDS 52JMH

Huger, SC 2005904 34,600.363 40.375HRP&O .366 .363 No visible DefectsCS-BJMH

Huger, SC 2005871 22,520.365 60.000HRP&O .365 .365 No Visible Defects (C1020)77NMS


