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Huger, SC 2008065 3,834.016 10.600Cold Rolled .016 .016 No Visible DefectsCS-B 46JMH

Huger, SC 2008066 1,632.016 10.600Cold Rolled .016 .016 No Visible DefectsCS-B 46JMH

Huger, SC 2007088 3,600.018 8.000Cold Rolled .020 .019 Subject to StainGR70 74FER

Huger, SC 2007089 3,645.018 8.000Cold Rolled .020 .019 Subject to StainGR70 78FER

Spartanburg, SC 2007305 3,630.018 8.000Cold Rolled .018 .018 Subject to Emulsion StainGR70 77ALS

Spartanburg, SC 2007306 3,530.018 8.000Cold Rolled .018 .018 Subject to Emulsion StainGR70 74ALS

Spartanburg, SC 2007307 3,610.018 8.000Cold Rolled .018 .018 Subject to Emulsion StainGR70 80ALS

Spartanburg, SC 2007308 3,710.018 8.000Cold Rolled .018 .018 Subject to Emulsion StainGR70 74ALS

Spartanburg, SC 2007309 3,510.018 8.000Cold Rolled .018 .018 Subject to Emulsion StainGR70 80ALS

Franklin, OH 2007267 7,180.019 15.750Cold Rolled .020 .020 Subject to Pocket BucklesDS 38GPM

Franklin, OH 2007268 7,210.019 15.750Cold Rolled .019 .020 Subject to Pocket BucklesDS 38GPM

Spartanburg, SC 2007889 690.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007890 8,020.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007891 1,430.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007893 700.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007895 8,240.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007896 8,270.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007897 685.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007898 685.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007899 7,280.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007900 7,290.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007901 1,395.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007902 2,340.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007904 2,340.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007905 4,570.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007907 4,570.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 48ALS

Spartanburg, SC 2007908 8,490.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 45ALS
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Spartanburg, SC 2007911 6,505.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 47ALS

Spartanburg, SC 2007913 6,545.022 14.750Cold Rolled .022 .022 No Visible Defects (Dry)CS-B 47ALS

Spartanburg, SC 2007491 3,415.030 4.960Cold Rolled .030 .030 Subject to Stain (C1020)C1020 64ALS

Spartanburg, SC 2007490 3,495.030 5.100Cold Rolled .030 .030 Subject to Stain (C1020)C1020 64ALS

Atlanta, GA 2002325 3,970.031 5.000Cold Rolled .031 .031 No Visible Defects (4 Coils - C1020 78COL

Huger, SC 2008265 4,784.053 5.140Cold Rolled .053 .053 No Visible Defects  (2 Coils)HS 69JMH

Spartanburg, SC 2006974 9,020.0567 19.685Galv FH .0567 .0567 (50G/50G NCT Oil ) - White RustGVFH 100ALS

Atlanta, GA 2003219 2,950.035 13.250Galv Painted .0350 .0350 Painted Gray - Subject to Water CS-BCOL

Trinity, AL 2008173 576.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008174 280.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR50 91MSD

Trinity, AL 2008175 244.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008176 548.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008152 506.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008153 564.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008154 560.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008155 556.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008156 580.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008157 572.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008158 472.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008159 522.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008160 522.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008161 518.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008162 562.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008163 610.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008164 614.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008165 606.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008166 502.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 91MSD
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Trinity, AL 2008167 522.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 91MSD

Trinity, AL 2008168 458.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008287 678.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008288 758.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008289 758.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008290 750.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008291 780.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008292 770.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008293 632.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008294 696.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008295 694.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008296 698.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008297 750.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008298 816.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008299 814.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008300 810.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008301 664.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008302 704.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008303 616.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008304 730.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008305 376.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008306 326.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008307 782.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Huger, SC 2008261 1,012.019 1.500Galvanized .019 .019 (G40 CT Dry) - No Visible DefectsCS-B 62JMH

Huger, SC 2008263 1,006.019 1.500Galvanized .019 .019 (G60 - CT Dry) - No Visible CS-B 62JMH

Spartanburg, SC 2007276 4,685.0276 12.394Galvanized .027 .027 (60G/60G - NCT Oil ) - No VisibleGR50 74ALS

Atlanta, GA 2004449 3,550.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL
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Atlanta, GA 2004450 4,400.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004451 1,780.028 4.250Galvanized .0290 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004452 1,785.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004453 1,770.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Cartersville, GA 2007961 2,930.028 8.125Galvanized .0330 .0330 (G90 NCT LO) - No Visible EDDS 39ALM

Spartanburg, SC 2007650 27,275.0295 19.291Galvanized .0295 .0295 (50G/50G Nct Lo) - Subject to GR60 89ALS

Ferndale, MI 2005171 775.044 3.000Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45IMI

Ferndale, MI 2005169 1,215.044 4.690Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45IMI

Spartanburg, SC 2008250 4,315.0449 10.452Galvanized .0449 .0449 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Cartersville, GA 2005562 4,720.055 1.500Galvanized .055 .055 (G90 - NCT Oil) - Subject to WhiteDS 50ALM

Spartanburg, SC 2007916 8,320.0567 9.000Galvanized .0567 .0567 (50G/50G NCT Oil ) - No VisibleGR70 98ALS

Spartanburg, SC 2007917 8,360.0567 9.000Galvanized .0567 .0567 (50G/50G NCT Oil ) - No VisibleGR70 97ALS

Spartanburg, SC 2008338 7,490.0567 10.000Galvanized .056 .056 (50G/50G NCT LO ) - Excess HS 89ALS

Spartanburg, SC 2008339 7,125.0567 10.000Galvanized .056 .056 (50G/50G NCT LO ) - Excess HS 89ALS

Spartanburg, SC 2008337 7,495.0567 10.295Galvanized .056 .056 (50G/50G NCT LO ) - Excess HS 87ALS

Spartanburg, SC 2008320 11,490.0567 15.250Galvanized .0567 .0567 (50G/50G NCT LO ) - Excess HS 86ALS

Spartanburg, SC 2008251 8,540.0567 19.685Galvanized .0567 .0567 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Spartanburg, SC 2008252 8,550.0567 19.685Galvanized .0567 .0567 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Brookfield, OH 2006055 20,100.059 22.000Galvanized .0575 .0575 (60G/60G - NCT Oil ) - Subject toEDDS 46USS

Camden, OH 2006248 2,667.065 4.500Galvanized .064 .064 (G40 - Acrylic Oil) - No Visible RB85 85GPC

Huger, SC 2008242 11,025.0748 15.000Galvanized .0748 .0748 (50G/50G NCT LO ) - Excess DS 53FER

Huger, SC 2008246 10,765.0748 15.000Galvanized .0748 .0748 (50G/50G NCT Oil ) - Excess DS 55FER

Atlanta, GA 2001263 4,865.075 3.915Galvanized .0750 .0750 (G40 NCT Oil) - Oscillated w/ LiteGR50 74COL

Spartanburg, SC 2008321 3,760.076 5.434Galvanized .076 .076 (50G/50G NCT LO ) - Excess HS 84ALS

Spartanburg, SC 2007471 3,260.076 7.425Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Spartanburg, SC 2007472 3,290.076 7.425Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Spartanburg, SC 2006975 3,315.076 7.750Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS
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Spartanburg, SC 2006976 3,385.076 7.750Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Winder, GA 2007664 2,215.027 4.250Galvannealed .027 .027 (A40 CT Dry) - Subject to Edge DS 51OLW

Huger, SC 2007999 5,390.087 5.850HB Galv .085 .085 (G185 - CT Dry) - Subject to EdgeHS 81JMH

Detroit, MI 2008309 9,090.0768 12.625HBGALV  .078 .076 (60G/60G - NCT Oil ) - Subject toEDDS 50DSP

Huger, SC 2008264 2,818.053 3.000Hot Rolled .053 .053 No Visible Defects (2 Coils)CS-B 62JMH

Huger, SC 2005059 3,714.083 23.500Hot Rolled .084 .082 No Visible DefectsCS-B 68JMH

Atlanta, GA 2003662 3,250.105 7.000Hot Rolled .107 .107 No Visible DefectsHSLA 83COL

Atlanta, GA 2003663 3,250.105 7.000Hot Rolled .107 .107 No Visible DefectsHSLA 83COL

Atlanta, GA 2003664 3,250.105 7.000Hot Rolled .107 .107 No Visible DefectsHSLA 83COL

Camden, OH 2006249 2,695.145 6.000Hot Rolled .143 .143 No Visible Defects  (2 Coils)HSLA 87GPC

Camden, OH 2006250 10,618.145 6.000Hot Rolled .149 .149 No Visible Defects (2 Coils)HSLA 87GPC

Camden, OH 2006251 3,522.145 6.000Hot Rolled .149 .149 No Visible DefectsHSLA 87GPC

Brookfield, OH 2007036 3,293.154 3.500Hot Rolled .154 .154 No Visible DefectsC1023USS

Brookfield, OH 2007037 673.154 3.500Hot Rolled .154 .154 No Visible DefectsC1023USS

Brookfield, OH 2007038 1,586.154 3.500Hot Rolled .154 .154 No Visible DefectsC1023USS

Atlanta, GA 2005437 15,300.355 15.250Hot Rolled .350 .350 No Visible Defects (C1020) GR50COL

Detroit, MI 2006755 7,215.076 14.625HRP&O .078 .078 No Visible DefectsGR80 72DSP

Huger, SC 2007998 9,300.0795 17.000HRP&O .082 .082 Subject to Wavy EdgesCS-B 68JMH

Huger, SC 2008078 4,725.0795 20.750HRP&O .0795 .0795 No Visible DefectsCS-B 68FER

Atlanta, GA 2004466 2,256.080 2.500HRP&O .0800 .0800 No Visible Defects  (2 Coils)HSLA 83COL

Cartersville, GA 2004467 1,210.083 1.500HRP&O .081 .081 No Visible Defects  (2 Coils)N/AALM

Gary, IN 2006760 9,435.084 10.300HRP&O .086 .086 Subject to Laminations and ScaleCS-B 65MPC

Kenton, OH 2007743 4,285.087 10.709HRP&O .087 .087 Subject to ScratchesDS 65PRK

Kenton, OH 2007744 4,285.087 10.709HRP&O .087 .087 Subject to ScratchesDS 65PRK

Kenton, OH 2007745 4,285.087 10.709HRP&O .087 .087 Subject to ScratchesDS 65PRK

Spartanburg, SC 2008122 5,635.088 6.600HRP&O .088 .088 Excess PrimeDSALS

Cartersville, GA 2004468 620.090 1.500HRP&O .0900 .0900 No Visible DefectsN/AALM



Sun States Inventory
Location Tag # WeightGauge Width  LengthProduct Days Old

Back

Home

ID OD Visual InspectionGrade Rb Pcs

2

 PIW

299

Click Browser "Back" Button to Return to Website

Plant

Cleveland, OH 2006910 4,228.093 7.062HRP&O .093 .096 No Visible Defects (2 Coils -GR36APL

Cleveland, OH 2006911 4,266.093 7.062HRP&O .093 .098 No Visible Defects (2 Coils -GR36APL

Anderson, SC 2007679 350.097 1.000HRP&O .097 .097 Rust Throughout (2 Coils)CS-B 68LSM

Anderson, SC 2007678 1,510.0970 4.250HRP&O .097 .097 Rust Throughout (2 Coils)CS-B 68LSM

Anderson, SC 2007680 3,990.097 11.250HRP&O .097 .097 Rust ThroughoutCS-B 68LSM

Atlanta, GA 2008220 9,935.097 21.500HRP&O .095 .097 No Visible DefectsDS 50COL

Atlanta, GA 2008221 9,215.097 21.500HRP&O .100 .097 No Visible DefectsDS 50COL

Atlanta, GA 2008223 9,870.097 21.500HRP&O .096 .098 No Visible DefectsDS 50COL

Atlanta, GA 2008224 9,185.097 21.500HRP&O .096 .098 No Visible DefectsDS 50COL

Atlanta, GA 2008234 9,870.097 21.500HRP&O .112 .094 No Visible DefectsDS 50COL

Atlanta, GA 2008235 9,265.097 21.500HRP&O .099 .096 No Visible DefectsDS 50COL

Winder, GA 2008322 1,645.0972 12.187HRP&O .0972 .0972 No Visible DefectsCS-B 62OLW

Winder, GA 2008323 1,645.0972 12.187HRP&O .0972 .0972 No Visible DefectsCS-B 62OLW

Winder, GA 2008324 1,645.0972 12.187HRP&O .0972 .0972 No Visible DefectsCS-B 62OLW

Winder, GA 2008325 1,645.0972 12.187HRP&O .0972 .0972 No Visible DefectsCS-B 62OLW

Atlanta, GA 2006033 3,460.098 5.000HRP&O .098 .098 No Visible DefectsGR50 81COL

Spartanburg, SC 2008124 5,140.110 7.000HRP&O .110 .110 No Visible Defects (7 Coils)DS 55ALS

Franklin, OH 2007216 3,960.110 8.000HRP&O .115 .113 Subject to Water Stain (BundledDS 60GPM

Franklin, OH 2007217 3,960.110 8.000HRP&O .115 .113 Subject to Water Stain (BundledDS 60GPM

Franklin, OH 2007218 3,620.110 8.000HRP&O .112 .111 Subject to Water StainDS 60GPM

Franklin, OH 2007529 3,230.110 12.375HRP&O .110 .111 No Visible DefectsHSLA 76GPM

Franklin, OH 2007530 3,220.110 12.375HRP&O .111 .111 No Visible DefectsHSLA 76GPM

Winder, GA 2008180 6,740.123 19.188HRP&O .126 .126 No Visible DefectsCS-B 68OLW

Trinity, AL 2007314 3,040.124 11.180HRP&O .132 .132 Subject to Light StainCS-B 81MSD

Atlanta, GA 2003473 4,940.156 3.625HRP&O .1580 .1580 No Visible Defects (13 Coils)CS-B 60COL

Lawrenceville, GA 2004646 1,260.172 1.500HRP&O .1710 .1709 No Visible Defects (2 Coils)CS-B 62SMP

Huger, SC 2008079 3,625.172 11.750HRP&O .172 .172 No Visible DefectsHSLA 79FER
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Huger, SC 2008080 3,750.172 11.750HRP&O .172 .172 No Visible DefectsHSLA 79FER

Huger, SC 2008081 3,685.172 11.750HRP&O .172 .172 No Visible DefectsHSLA 79FER

Gary, IN 2007014 2,645.175 3.116HRP&O .177 .177 Subject to Pits and DentsHSLACHI

Gary, IN 2007012 4,435.175 16.375HRP&O .178 .178 Subject to Pits and DentsHSLACHI

Gary, IN 2007013 3,480.175 16.375HRP&O .180 .180 Subject to Pits and DentsHSLACHI

Huger, SC 2005721 11,570.197 17.500HRP&O .201 .202 No Visible Defects (C1040)C1038 88JMH

Huger, SC 2005722 11,900.197 18.500HRP&O .202 .201 No Visible Defects (C1040)C1038 88JMH

Huger, SC 2005731 11,930.197 18.500HRP&O .203 .201 No Visible Defects (1040)C1038 88JMH


