Sun States Inventory

Plant Location

ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
ALS
BJS
BJS
BJS
BJS
FCP

Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Spartanburg, SC
Detroit, Ml

Detroit, Ml

Detroit, Ml

Detroit, Ml

Delta, OH

Tag #

2005680
2005681
2005638
2005637
2005636
2005641
2005714
2005647
2005700
2005701
2005702
2005703
2005675
2005776
2005781
2005782
2005777
2005778
2005655
2005696
2005779
2005780
2005695
2005694
2005902
2005903
2005171

Product

Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
Electro-
Galvanized
HRP&O
HRP&O
Galvanized

Gauge

044
.044
044
.044
044
.044
044
.044
.029
.029
.029
.029

0472
.097
112
112
112
112
127
138
142
142
014
.069
175
175
044

Click Browser "Back" Button to Return to Website

Width Length Weight

16.375
16.375
36.125
36.250
36.813
37.375
37.875
48.188
29.000
29.000
29.000
29.000
46.457
24.050
15.709
15.709
23.020
23.020
36.500
45.188
9.000
9.000
54.500
63.750
36.000
36.000
3.000

14,230
14,290
33,330
33,470
34,200
33,600
18,820
20,600
11,150
11,110
10,790
10,740
42,900
20,441
13,400
13,470
15,660
15,680
26,945
44,040
4,235
4,235
15,320
32,580
16,680
15,095
775

Grade

DS
DS
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B
EDDS
EDDS
EDDS
EDDS
HS
DS
DS
DS
DS
DS
CS-B
DDS
CS-B
CS-B
DS
HS
HS
HS
DDS

Rb

40
42
50
50
50
50
68
50
42
42
42
42
78
50
50
50
50
50

49
62
62
50
76

45

ID

044
044

.0446
.0446
.0446
.0446

.048

.0448

.030
.030
.030
.030
.048
.097
112
112
112
112
127
.138
142
142
.015
.067
174
177
.045

oD

.044
.044

.0446
.0446
.0446
.0446

.048

.0448

.030
.030
.030
.030
.048
.097
112
112
112
112
127
.138
142
142
.015
.067
176
A77
.045

Visual Inspection

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

Lite Edge Damage

Lite Edge Damage / OD Wrap
Lite ID Damage

No Visible Defects (Storage Rust)
(G40 CT Dry) - Light Edge

(G40 CT Dry) - Light Edge

(G40 CT Dry) - Light Edge

(G40 CT Dry) - Light Edge
(50G/50G NCT LO) - Excess

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

Rust Throughout

4 OD Laps Telescoped (Storage
No Visible Defects

No Visible Defects

(40G/40G NCT Qil) - No Visible
(60G/60G - NCT Oil ) - No Visible
No Visible Defects

No Visible Defects

(G60 NCT Qil) - Subject To White



Sun States Inventory

Plant Location

FCP
FCP
FCP
GPM
HSM
HTW
HTW
HTW
HTW
HTW
HTW
HTW
HTW
HTW
JDS
JMA
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH

Delta, OH
Delta, OH
Delta, OH
Franklin, OH
Detroit, Ml
Bristol, PA
Bristol, PA
Bristol, PA
Bristol, PA
Bristol, PA
Bristol, PA
Bristol, PA
Bristol, PA
Bristol, PA
Sumter, SC

Blytheville, AR

Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC

Tag #

2005169
2005170
2005172
2004345
2004609
2005832
2005833
2005834
2005835
2005836
2005837
2003662
2003663
2003664
2005545
2002634
2005157
2005550
2005227
2005552
2005553
2005730
2005551
2005158
2005908
2005421
2005672

Product

Galvanized
Galvanized
Galvanized
Cold Rolled
Galvanized
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Galvanized
Galvanized
Hot Rolled
Hot Rolled
Hot Rolled
HRP&O
Galv Painted
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled

Gauge

044
.044
044
.040
.078
.098
.098
.098
.098
.056
.056
105
105
105
124
022
014
015

0155
016
016
016
.020
027
044
.044
.045
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Width Length Weight

4.690
39.500
48.000
36.000
58.120
48.000
48.000
48.000
48.000
12.620
12.620

7.000

7.000

7.000

6.000
31.625
28.000
19.750
29.000

5.000

5.000

5.000
13.750
51.625
32.000
61.625
42.125

96.000
96.000
96.000

1,215
10,300
23,680
18,700
15,215

8,507

5,597

5,037

3,359

5,780

5,770

3,266

3,266

3,266

4,610

6,600

4,332

9,946

8,410

2,104

2,100

2,178

6,908
24,520

6,440
53,020
29,630

Grade

DDS
DDS
DDS
CS-B
HS
CS-B
CS-B
CS-B
CS-B
DS
DS
HSLA
HSLA
HSLA
CS-B
CS-B
DS
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B
EDDS
DS
DS
EDDS

Rb

45
45
45
68
84
48
48
48
48
58
58

67
68
41
68
56
67
67
48
62
36
55
36
39

ID oD
.045 | .045
.045 | .045
.045 | .045
.0440 | .0420
.0780| .0780
.098 | .099

.098

.098

.098
.056 | .056
.056 | .056
105 | .105
105 | .105
105 | .105
1345 .1345
.022 | .022
.013 | .014
.015 | .015
.016 | .016
.016 | .016
.016 | .016
.016 | .016
.020 | .020
.027 | .028
.046 | .045
.044 | .044
.045 | .044

Visual Inspection

(G60 NCT OQil) - Subject To White
(G60 NCT OQil) - Subject To White
(G60 NCT Qil) - Subject To White
Rust ID/OD

(G40 NCT Qil) - Subject to Water
No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

Subect to Wavy Edges

Painted White

No Visible Defects

No Visible Defects

No Visible Defects

Subject to Edge Wave

Subject to Edge Wave

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects



Sun States Inventory

Plant Location

JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH
JMH

Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC

Tag #

2005856
2005673
2005674
2004737
2005858
2005797
2005907
2005666
2004973
2004878
2004879
2005405
2005298
2005412
2005403
2005402
2005427
2005040
2005712
2005400
2005426
2005410
2004620
2005397
2005401
2005059
2005912

Product

Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Galvanized
Hot Rolled

Hot Rolled
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Gauge Width Length Weight

.045
.053
.053
.053
.055
.055
.055
.094
.0165
.019
.019
.020
.0234
.028
.035
.045
.0498
.054
.062
.064
.068
.071
.076
.077
.078
.083
110

42.188
13.250
13.250
38.875
42.500
42.750
48.125
51.125
57.625
50.375
50.375
50.875
43.875
51.062
47.937
58.625
52.750
56.875
59.875
45.937
48.125
48.750
48.750
56.625
56.625
23.500
50.750

24,620
3,146
4,614
8,488
9,560

28,320

14,510

36,650

11,450
1,670
1,350

27,650

20,100

44,960

45,500

28,820

45,820

12,240

43,680

21,040

22,120

45,100

14,930

31,910

31,300
3,714

49,880

Grade

EDDS
CS-B
CS-B

DS

EDDS

EDDS
CS-B

DS
DS
DS
DS
DS
CS-B
EDDS
DDS
CS-B
DS
HS
DS
DS
DS
CS-B
HS
CS-B
CS-B
CS-B
DS

Rb

34
51
51
45
32
33

42
55
55
55
50
62
41

50
78
55
50
55
68

68
55

ID oD
.048 | .051
.055 | .054
.055 | .054
.053 | .053
.055 | .056
.056 | .058
.0575| .057
.096 | .092
.015 | .016
.0194 | .0194
.0194 | .0194
.020 | .020
.024 | .024
.028 | .029
.035 | .035
.045 | .045
.054 | .053
.052 | .052
.065 | .065
.064 | .064
.073 | .072
.069 | .070
.080 | .078
.077 | .077
.078 | .078
.084 | .082
107 | .110

Visual Inspection

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

(G30 - Nct Oil) - No Visible
(G60 CT DRY) - No Visible
(G60 CT DRY) - No Visible
(G40 - NCT Qil) - No Visible
No Visible Defects

(60G/60G - NCT Oil) - Excess
(G40 - NCT Oil) - Excess Prime
(G60 - CT Dry) - Excess Prime
(G60 - CT Dry) - No Visible
(50G/50G NCT Qil ) - Excess
(G90 - CT Dry) - No Visible
(G40 - CT Dry) - Excess Prime
(G40 - Acrylic Dry) - No Visible
(G40 - NCT Qil) - No Visible
No Visible Defects

(G40 - CT Dry) - No Visible
(G40 - CT Dry) - No Visible

No Visible Defects

No Visible Defects



Sun States Invento ry Click Browser "Back" Button to Return to Website

Plant Location Tag # Product Gauge Width Length Weight Grade Rb ID oD Visual Inspection
JMH |Huger, SC 2005588 Hot Rolled 125 | 51.750 21,050 HS 87 128 | .127 |No Visible Defects (C1026)
JMH |Huger, SC 2005587 Hot Rolled 125 | 51.875 21,750 HS 87 127 | .127 |No Visible Defects (C1026)
JMH ||Huger, SC 2005624 Hot Rolled 125 | 51.875 23,780 HS 87 129 | .138 |No Visible Defects

JMH ||Huger, SC 2005911 Hot Rolled .251 | 54.250 47,600 HS .251 | .251 |No Visible Defects

JMH ||Huger, SC 2005913 Hot Rolled .251 | 57.625 61,880 DS 52 .251 | .251 |No Visible Defects

JMH |Huger, SC 2003939 Hot Rolled .302 | 60.250 25,842 | HSLA 88 .307 | .304 |No Visible Defects

JMH |Huger, SC 2005684 HRP&O .073 | 52.500 43,450 HS 73 .073 | .073 |No Visible Defects

JMH |Huger, SC 2005497 HRP&O .073 | 52.875 43,375 HS 73 .073 | .072 |No Visible Defects

JMH ||Huger, SC 2005682 HRP&O .073 | 52.875 43,670 HS 73 .070 | .071 |No Visible Defects (Temper
JMH |Huger, SC 2005810 HRP&O .084 = 5.710 3,733 DS 67 .089 | .089 |No Visible Defects

JMH |Huger, SC 2005937 HRP&O .097 | 48.000 50,280 CS-B 68 100 | .101 |Rust on OD wrap

JMH |Huger, SC 2005936 HRP&O .097 @ 48.125 50,260 CS-B 68 100 | .100 |Ruston OD wrap

JMH |Huger, SC 2005584 HRP&O .126 | 48.000 | 96.000 | 3,783 CS-B 68 .125 |No Visible Defects

JMH |Huger, SC 2003896 HRP&O 142 | 42.000 26,340 CS-B 62 .140 | .140 |Rust on OD and Sidewall
JMH ||Huger, SC 2001802 HRP&O .152 | 50.750 20,850 HS 82 152 | .152 |Subject to Wave/Oscillated
JMH |Huger, SC 2005001 HRP&O .193 | 59.000 118.000 2,322 CS-B 72 .195 |No Visible Defects

JMH |Huger, SC 2005002 HRP&O .193 | 59.000 '118.000 | 5,068 HS 81 .195 |No Visible Defects

JMH |Huger, SC 2005003 HRP&O .193 | 59.000 '118.000 | 4,645 CS-B 72 .195 |No Visible Defects

JMH |Huger, SC 2005721 HRP&O 197 | 17.500 11,570 HS 88 .201 | .202 |No Visible Defects (C1040)
JMH |Huger, SC 2005722 HRP&O .197 | 18.500 11,900 HS 88 .202 | .201 |No Visible Defects (C1040)
JMH |Huger, SC 2005731 HRP&O .197 | 18.500 11,930 HS 88 .203 | .201 |No Visible Defects (1040)
JMH |Huger, SC 2005939 HRP&O 241 | 60.625 46,180 DS 52 242 | .242 |No Visible Defects

JMH |Huger, SC 2005938 HRP&O .242 | 60.625 46,260 DS 52 .242 | .241 |No Visible Defects

JMH |Huger, SC 2005904 HRP&O .363 | 40.375 34,600 CS-B .366 | .363 |No visible Defects

JMH |Huger, SC 2005217 HRP&O .365 | 60.000 | 96.000 | 6,101 HSLA 81 .375 |No Visible Defects

JMH |Huger, SC 2005064 HRP&O 370 | 48.625 118.250 4,886 HS 77 .375 |No Visible Defects

JMH |Huger, SC 2005069 HRP&O .370 | 48.625 118.250 | 3,054 HS 77 .375 |Pits in Top Sheet



Sun States Inventory

Plant Location

JMH
JMH
JMH
MPC
MPC
MPC
MPC
MPC
MPC
MPC
MPC
MPC
MPC
MPC
MPT
MPT
MPT
MSV
MSV
MSV
MSV
MSV
MSV
MSV
MSV
MSV
NMS

Huger, SC
Huger, SC
Huger, SC
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Gary, IN
Tampa, FL
Tampa, FL
Tampa, FL
Troy, VA
Troy, VA
Troy, VA
Troy, VA
Troy, VA
Troy, VA
Troy, VA
Troy, VA
Troy, VA
Huger, SC

Tag #

2005070
2005071
2005072
2005436
2005710
2005791
2005792
2005793
2005794
2005772
2005773
2005774
2005775
2005851
2004959
2004960
2005711
2005823
2005824
2005825
2005820
2005821
2005822
2005817
2005818
2005819
2005441

Product

HRP&O

HRP&O

HRP&O

Cold Rolled
Cold Rolled
CR Painted
CR Painted
CR Painted
CR Painted
Galvanized
Galvanized
Galvanized
Galvanized
HRP&O

Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled

Click Browser "Back" Button to Return to Website

Gauge Width
.370 | 48.625
370 | 48.625
370 | 48.625
.018  64.438
.068 | 32.000
.014 ' 28.000
.014 | 28.000
.014 | 28.000
.014 | 28.650
.077 | 12.625
.077 @ 12.625
.077 | 12.625
.077 | 12.625
.083 | 37.125
.026 | 36.000
.026 | 36.000
.068 | 32.000
.023 | 15.666
.023 | 15.666
.023 | 15.666
.023 | 15.670
.023 | 15.670
.023 ' 15.670
.023 | 48.000
.023 | 48.000
.023 | 48.000
.027 | 62.875

Length

118.250
118.250
118.250

60.000

60.000

Weight

4,886
4,886
4,886
7,680
3,394
11,250
11,100
11,350
11,000
10,520
10,520
10,520
10,520
18,100
19,140
19,100
3,394
4,080
4,120
4,090
5,370
5,430
5,390
7,390
7,460
7,370
16,420

Grade

HS
HS
HS
CS-B
DS

CS-B
CS-B
CS-B
DS
DS
DS
DS
DS
CS-B
CS-B
DS
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B
CS-B

Rb

77
77
77
62
48
62
62
62
62
58
58
58
58

68
68
48

47
47
47
56
56
56
62

ID

.0205

.014
.014
.014
.014
.078
.078
.078
.078
.087
.027
.027

.023
.023
.023
.023
.023
.023
.023
.023
.023
.028

oD

375
375
375
.019
.066
.014
.014
.014
.014
.078
.078
.078
.078
.087
.027
.027
.066
.023
.023
.023
.023
.023
.023
.023
.023
.023
.027

Visual Inspection

No Visible Defects

No Visible Defects

No Visible Defects

Subject to Center Buckle

No Visible Defects

White Embossed

Embossed White

Embossed White

Embossed White

(60G/60G - NCT Oil) - No Visible
(60G/60G - NCT Oil ) - No Visible
(60G/60G - NCT Oil ) - No Visible
(60G/60G - NCT Oil ) - No Visible
No Visible Defects

Subject to Stain; Light Rust Both
Subject to Scattered Rust

No Visible Defects

Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles
Subject to Pocket Buckles

No Visible Defects



Sun States Inventory

Plant Location

NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS

Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC

Tag #

2005803
2005802
2005801
2005805
2005860
2005861
2005859
2005798
2005677
2005678
2005800
2005804
2005816
2005873
2005872
2005874
2005875
2005876
2005877
2005878
2005879
2005880
2005521
2005758
2005759
2005761
2005760

Product

Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Cold Rolled
Galvanized
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled
Hot Rolled

Click Browser "Back" Button to Return to Website

Gauge Width
.045 | 42.000
.055 | 42.500

.0555 | 42.500

.0555 | 42.500
.083 | 25.000
.083 | 25.000
.083 | 25.750
.091  51.000

.0936  51.000

.0936  51.000

.0936  51.093
111 | 64.188
.046 | 31.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
.299 | 60.000
471 | 48.000
471 | 48.000
471 | 48.000
471 | 48.000
471 | 48.000

Length

55.000
51.000
51.000
58.625

34.750
34.750
51.000
64.250

130.000
130.000
130.000
130.000
130.000
130.000
130.000
130.000

96.000
96.000
96.000
98.000

Weight

4,055
5,025
5,025
5,045
6,300
6,054
8,260
31,990
4,569
4,615
4,655
4,800
14,060
26,820
5,515
2,757
5,515
5,515
5,515
5,515
5,515
5,515
42,060
5,015
5,030
4,415
5,030

Grade

EDDS
EDDS
EDDS
EDDS
DS
DS
DS
DS
DS
DS
DS
DS
EDDS
HS
HS
HS
HS
HS
HS
HS
HS
HS
HSLA
HSLA
HSLA
HSLA
HSLA

Rb

34
33
33
32
45
45
45
43
45
45
43
40
47
72
72
72
72
72
72
72
72
72
84
81
81
81
81

ID

.082
.085
.085
.091

.051
.299

473

oD

.045
.055
.055
.055
.082
.082
.084
.090
.0936
.0936
.0936
11
.051
.299
.299
.299
.299
.299
.299
.299
.299
.299
469
A71
AT71
A71
A71

Visual Inspection

No Visible Defects
No Visible Defects
No Visible Defects
No Visible Defects
Excess Prime
Excess Prime
Excess Prime
Rust on OD and Sidewalls
No Visible Defects
No Visible Defects
No Visible Defects
No Visible Defects
(G40 - CT Dry) - No Visible
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime
Excess Prime

Excess Prime



Sun States Invento ry Click Browser "Back" Button to Return to Website

Plant Location Tag # Product Gauge Width Length Weight Grade Rb ID oD Visual Inspection
NMS |Huger, SC 2005753 Hot Rolled 471 | 48.000 157.000 | 4,096 HSLA 81 471 |Excess Prime
NMS |Huger, SC 2005754 Hot Rolled 471 | 48.000 157.000 3,072 HSLA 81 471 |Excess Prime
NMS ||Huger, SC 2005755 Hot Rolled 471 | 48.000 157.000 4,096 HSLA 81 471 |No Visible Defects
NMS |Huger, SC 2005756 Hot Rolled 471 | 48.000 157.000 4,105 HSLA 81 471 |Excess Prime
NMS |Huger, SC 2005757 Hot Rolled 471 | 48.000 157.000 4,150 HSLA 81 471 |Excess Prime
NMS |Huger, SC 2005864 HRP&O .069 | 48.000 | 96.000 | 5,450 CS-B 68 .069 |No Visible Defects
NMS |Huger, SC 2005520 HRP&O .069 ' 60.000 35,120 CS-B 68 .072 | .068 |No Visible Defects
NMS |Huger, SC 2005579 HRP&O .069 | 60.250 11,780 CS-B 68 .071 | .069 |No Visible Defects
NMS ||Huger, SC 2005862 HRP&O .069 | 60.625 @ 96.000 2,398 CS-B 68 .069 |No Visible Defects
NMS |Huger, SC 2005863 HRP&O .069 | 60.625 | 96.000 1,938 CS-B 68 .069 |No Visible Defects
NMS |Huger, SC 2005621 HRP&O .083 | 29.093 | 29.093 | 4,390 DS 50 .083 |No Visible Defects
NMS |Huger, SC 2005811 HRP&O .084 ' 5710 3,793 DS 67 .089 | .089 |No Visible Defects
NMS |Huger, SC 2005812 HRP&O .084 ' 5710 3,740 DS 67 .089 | .089 |No Visible Defects
NMS [Huger, SC 2005813 HRP&O .084 | 5.710 3,790 DS 67 .089 | .089 |No Visible Defects
NMS |Huger, SC 2005799 HRP&O .094 | 36.000 56.000 @ 4,255 DS 50 .091 |No Visible Defects
NMS |Huger, SC 2005442 HRP&O 111 | 36.000 | 48.000 @ 4,026 DS .111 |No Visible Defects
NMS |Huger, SC 2005865 HRP&O .111 | 48.000 120.000 | 8,740 DS 67 .1196 |No Visible Defects
NMS |Huger, SC 2005445 HRP&O 111 48.375 11,920 DS 111 | .112 |No Visible Defects
NMS |Huger, SC 2005688 HRP&O .115 | 59.000 /118.000 | 2,901 CS-B 67 .115 |No Visible Defects
NMS |Huger, SC 2005814 HRP&O .124 | 60.000 120.000 5,020 DS 67 .124 |No Visible Defects
NMS |Huger, SC 2005288 HRP&O .154 | 59.000 118.000 2,808 C1020 75 .154 |No Visible Defects
NMS |Huger, SC 2005762 HRP&O .156 @ 48.000 120.000 5,040 HSLA 84 .156 |No Visible Defects
NMS |Huger, SC 2005605 HRP&O .169 | 37.125 120.000 | 4,625 CS-B 67 .175 |No Visible Defects
NMS |Huger, SC 2005329 HRP&O .187 | 48.000 120.000 | 2,251 HSLA 76 .187 |No Visible Defects
NMS |Huger, SC 2005360 HRP&O .188 | 48.000 | 96.000 | 6,305 CS-B 62 .184 |No Visible Defects
NMS |Huger, SC 2005518 HRP&O .188 | 48.000 | 96.000 7,314 HSLA 81 .188 |No Visible Defects

NMS ||Huger, SC 2005532 HRP&O .188 | 48.000 120.000 | 2,196 CS-B 62 .188 |No Visible Defects



Sun States Inventory

Plant Location

NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
NMS
oLwW
OoLwW
PMI
PST

Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Huger, SC
Winder, GA
Winder, GA
Cleveland, OH
Talledega, AL

Tag #

2005391
2005470
2005715
2005716
2005763
2005764
2005765
2005869
2005881
2005766
2005767
2005871
2005359
2005388
2005529
2005530
2005531
2005676
2005768
2005866
2005867
2005868
2005870
2005485
2005486
2005370
2005367

Product

HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
HRP&O
Cold Rolled
Cold Rolled
HRP&O
Cold Rolled

Click Browser "Back" Button to Return to Website

Gauge Width
.193 | 59.000
.193 | 59.000
.229 | 60.000
.240 | 60.000
.302 | 60.000
.303 | 50.000
.303 | 60.000
.363 | 48.000
.363 | 60.000
.365 | 48.000
.365 | 48.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.365 | 60.000
.056 | 48.250
.056 | 48.250
.088 @ 8.330
.019 @ 40.118

Length

118.000
118.000
120.000
96.000
96.000
96.000
120.000
120.000
120.000
96.000
96.000

96.000
96.000
96.000
96.000
96.000
96.000
96.000
120.000
120.000
120.000
120.000

Weight

5,100
3,180
5,543
4,788
2,042
2,535
2,540
3,064
10,724
5,870
5,860
22,520
4,292
4,952
6,070
6,065
6,105
4,902
4,265
2,298
3,830
7,660
8,426
3,045
14,635
4,216
12,335

Grade

CS-B
CS-B
HSLA
HSLA
HSLA
HSLA
HSLA
HS
HS
HSLA
HSLA

HSLA
HSLA
HSLA
HSLA
HSLA
HSLA
HSLA
HS
HS
HS
HS
CS-B
CS-B
DS
DS

Rb

67
67
84
81
81
81
81

81
81
77
84
84
81
81
81
81
81
58
58

77
49
49
55
38

ID

.365

.056
.056
.090
.019

oD

193
193
229
.240
.302
.302
.303
.365
.363
.365
.365
.365
375
375
.365
.365
.365
.365
.365
.365
.365
.365
.365
.056
.056
.091
.019

Visual Inspection

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects (C1020)
No Visible Defects (C1020)
No Visible Defects

No Visible Defects

No Visible Defects (C1020)
No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects (C1020)
No Visible Defects (C1020)
No Visible Defects (C1020)
No Visible Defects (C1020)
No Visible Defects

No Visible Defects

Rust Throughout

Subject to Buckles






