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Trinity, AL 2008173 576.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008174 280.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR50 91MSD

Trinity, AL 2008175 244.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008176 548.013 3.500Galvanized .013 .013 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008152 506.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008153 564.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008154 560.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008155 556.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008156 580.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008157 572.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008158 472.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008159 522.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008160 522.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008161 518.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008162 562.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008163 610.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008164 614.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008165 606.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008166 502.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 91MSD

Trinity, AL 2008167 522.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 91MSD

Trinity, AL 2008168 458.014 3.500Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR50 88MSD

Trinity, AL 2008287 678.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008288 758.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008289 758.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008290 750.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008291 780.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008292 770.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD
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Trinity, AL 2008293 632.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008294 696.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008295 694.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008296 698.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 91MSD

Trinity, AL 2008297 750.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008298 816.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008299 814.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008300 810.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80 88MSD

Trinity, AL 2008301 664.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008302 704.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008303 616.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008304 730.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008305 376.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008306 326.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Trinity, AL 2008307 782.014 4.625Galvanized .014 .014 (G90 - CT Dry) - Prime Drop CutGR80MSD

Huger, SC 2007154 12,300.0149 40.937Galvanized .016 .014 (G100 - Nct Oil) - Subject to WavyGR50 71FER

Franklin, OH 2007292 3,710.016 28.000 96.000Galvanized .016 (G40 - NCT Oil) No Visible CS-BGPM

Franklin, OH 2007293 158.016 28.000 96.000Galvanized .016 (G40 - NCT Oil) - No Visible CS-BGPM

Huger, SC 2008261 1,012.019 1.500Galvanized .019 .019 (G40 CT Dry) - No Visible DefectsCS-B 62JMH

Huger, SC 2008263 1,006.019 1.500Galvanized .019 .019 (G60 - CT Dry) - No Visible CS-B 62JMH

Huger, SC 2007310 2,305.022 27.750Galvanized .022 .022 (G40 - Nct LO) - Subject to DentsEDDS 40FER

Huger, SC 2007311 2,310.022 27.750Galvanized .022 .022 (G40 - Nct LO) - Subject to DentsEDDS 40FER

Baltimore, MD 2008202 15,560.022 48.103Galvanized .022 .022 (G40 NCT Oil) - No Visible CS-B 68PMB

Tampa, FL 2007621 10,980.0225 60.000Galvanized .023 .023 (G90U CT Dryl )  - Subject to DS 61TMS

Huger, SC 2007348 21,950.0234 60.975Galvanized .024 .024 (G60 - CT Dry) - Excess PrimeDS 52JMH

Trinity, AL 2008150 41,800.024 48.000Galvanized .024 .024 (G60 CT Dry) - Excess PrimeCS-B 64MSD

Trinity, AL 2008151 42,060.024 48.000Galvanized .024 .024 (G60 CT Dry) - Excess PrimeCS-B 64MSD
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Spartanburg, SC 2007276 4,685.0276 12.394Galvanized .027 .027 (60G/60G - NCT Oil ) - No VisibleGR50 74ALS

Atlanta, GA 2004449 3,550.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004450 4,400.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004451 1,780.028 4.250Galvanized .0290 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004452 1,785.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004453 1,770.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Cartersville, GA 2007961 2,930.028 8.125Galvanized .0330 .0330 (G90 NCT LO) - No Visible EDDS 39ALM

Anderson, IN 2007294 3,747.028 42.500Galvanized .028 .028 (60G/60G - NCT Oil) - Subject  toEDDS 41SAS

Huger, SC 2007749 39,160.028 48.200Galvanized .028 .028 (G30 - NCT LO) - Subject to GVFH 96FER

Huger, SC 2007477 47,000.028 49.250Galvanized .028 .028 (G60 CT Dry) - Excess PrimeCS-A 60JMH

Huger, SC 2007478 46,720.028 49.250Galvanized .028 .028 (G60 CT Dry) - Excess PrimeCS-A 60JMH

Huger, SC 2007479 47,440.028 49.250Galvanized .028 .028 (G60 CT Dry) - Excess PrimeCS-A 60JMH

Huger, SC 2007480 46,650.0280 49.250Galvanized .0280 .0280 (G60 CT Dry) - Excess PrimeCS-A 60JMH

Huger, SC 2007484 46,700.028 49.312Galvanized .028 .028 (G60 - CT Dry) - Excess PrimeCS-A 60JMH

Spartanburg, SC 2007650 27,275.0295 19.291Galvanized .0295 .0295 (50G/50G Nct Lo) - Subject to GR60 89ALS

Spartanburg, SC 2008345 19,290.0295 26.929Galvanized .0295 .0295 (50G/50G NCT LO ) - Excess HS 77ALS

Spartanburg, SC 2008342 33,350.0295 43.937Galvanized .029 .029 (50G/50G NCT LO ) - Excess HS 86ALS

Spartanburg, SC 2008343 37,250.0295 43.937Galvanized .029 .029 (50G/50G NCT LO ) - Excess HS 86ALS

Franklin, OH 2007098 15,160.0295 65.750Galvanized .030 .030 (70G/70G - Nct Prelube) - Wavy EDDS 37GPM

Huger, SC 2007312 2,700.030 36.500 96.000Galvanized .030 (G90 - CT Dry) - Subject to EdgeDS 52FER

Trinity, AL 2007622 40,840.030 48.000Galvanized .031 .030 (G60 - CT Dry) - Excess PrimeCS-B 64MSD

Trinity, AL 2007623 41,840.030 48.000Galvanized .031 .030 (G60 - CT Dry) - Excess PrimeCS-B 64MSD

Huger, SC 2007349 21,820.0314 51.000Galvanized .031 .031 (G60 - CT Dry) - Excess PrimeEDDS 54JMH

Talladega, AL 2007885 23,265.0315 54.409Galvanized .0315 .0315 (50G/50G - NCT Oil ) - No VisibleHS 56PST

Detroit, MI 2008215 30,580.0315 55.690Galvanized .031 .031 (60G/60G - NCT Pre-Lube) - DS 53DSP

Detroit, MI 2008216 30,080.0315 55.750Galvanized .031 .032 (60G/60G - NCT Pre-Lube) - DS 53DSP

Huger, SC 2007354 22,800.032 55.975Galvanized .033 .033 (G60 - CT Dry) - Excess PrimeDS 34JMH
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Spartanburg, SC 2007497 30,740.033 53.125Galvanized .033 .033 (G40 - Nct Oil) - Subject to DentsDS 55ALS

Spartanburg, SC 2007487 13,710.033 58.563Galvanized .033 .033 (G40 - Nct LO) -Lite Chain DS 60ALS

Spartanburg, SC 2007848 10,645.0335 25.196Galvanized .0335 .0335 (50G/50G Nct Oil ) - Subject to GR50 85ALS

Huger, SC 2006873 4,300.034 48.000 96.000Galvanized .034 (G90 CT DRY) - Subject to DS 63FER

Huger, SC 2006874 4,300.034 48.000 96.000Galvanized .034 (G90 CT DRY) - Subject to DS 63FER

Huger, SC 2006875 4,300.034 48.000 96.000Galvanized .034 (G90 CT DRY) - Subject to DS 63FER

Huger, SC 2006877 4,300.034 48.000 96.000Galvanized .034 (G90 CT DRY) - Subject to DS 63FER

Cartersville, GA 2007436 24,980.039 57.125Galvanized .040 .038 (G40 - CT Dry) - Excess PrimeDSALM

Huger, SC 2007355 22,500.039 59.925Galvanized .040 .039 (G60 - CT Dry) - Excess PrimeEDDS 34JMH

Ferndale, MI 2005171 775.044 3.000Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45IMI

Ferndale, MI 2005169 1,215.044 4.690Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45IMI

Spartanburg, SC 2008250 4,315.0449 10.452Galvanized .0449 .0449 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Huger, SC 2007748 45,280.045 48.200Galvanized .045 .045 (G30 - NCT LO) - Subject to GVFH 96FER

Spartanburg, SC 2007273 3,211.046 48.000 96.000Galvanized .047 (G60 - CT Dry) - Subject to WavyDS 61ALS

Tampa, FL 2008027 20,380.047 48.000Galvanized .047 .047 (G90 CT Dry) - Subject to Minor DS 61TMS

Tampa, FL 2008028 700.047 48.000 24.000Galvanized .047 (G90 CT Dry) - No Visible DefectsDS 61TMS

Tampa, FL 2008029 1,620.047 48.000 120.000Galvanized .047 (G90 CT Dry) - No Visible DefectsDS 61TMS

Detroit, MI 2008117 21,380.0472 30.400Galvanized .049 .049 (90G/90G - Nct Oil) - No Visible EDDS 46DSP

Detroit, MI 2008118 21,465.0472 30.400Galvanized .051 .049 (90G/90G - Nct Oil) - No Visible EDDS 46DSP

Detroit, MI 2008030 21,660.0472 30.500Galvanized .050 .051 (90G/90G - Nct Oil) - No Visible EDDS 42DSP

Cartersville, GA 2007162 34,960.052 44.250Galvanized .051 .051 (50G/50G NCT Prelube) - SubjectGR60 85ALM

Cartersville, GA 2005562 4,720.055 1.500Galvanized .055 .055 (G90 - NCT Oil) - Subject to WhiteDS 50ALM

Cartersville, GA 2008256 9,660.055 60.000Galvanized .055 .055 (G90 CT Dry) -No Visible DefectsDS 58ALM

Spartanburg, SC 2007577 11,360.0551 41.250Galvanized .0551 .0551 (60G/60G - Nct Prelube) - ExcessGVFH 97ALS

Spartanburg, SC 2007578 19,450.0551 41.250Galvanized .0551 .0551 (60G/60G - Nct Prelube) - ExcessGVFH 97ALS

Huger, SC 2008188 2,436.056 48.000 160.000Galvanized .065 (G90 CT Dry) - No Visible DefectsDS 66FER

Huger, SC 2008189 2,436.056 48.000 160.000Galvanized .065 (G90 CT Dry) - No Visible DefectsDS 66FER
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Huger, SC 2008190 2,436.056 48.000 160.000Galvanized .065 (G90 CT Dry) - No Visible DefectsDS 66FER

Spartanburg, SC 2007916 8,320.0567 9.000Galvanized .0567 .0567 (50G/50G NCT Oil ) - No VisibleGR70 98ALS

Spartanburg, SC 2007917 8,360.0567 9.000Galvanized .0567 .0567 (50G/50G NCT Oil ) - No VisibleGR70 97ALS

Spartanburg, SC 2008338 7,490.0567 10.000Galvanized .056 .056 (50G/50G NCT LO ) - Excess HS 89ALS

Spartanburg, SC 2008339 7,125.0567 10.000Galvanized .056 .056 (50G/50G NCT LO ) - Excess HS 89ALS

Spartanburg, SC 2008337 7,495.0567 10.295Galvanized .056 .056 (50G/50G NCT LO ) - Excess HS 87ALS

Spartanburg, SC 2008320 11,490.0567 15.250Galvanized .0567 .0567 (50G/50G NCT LO ) - Excess HS 86ALS

Spartanburg, SC 2008251 8,540.0567 19.685Galvanized .0567 .0567 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Spartanburg, SC 2008252 8,550.0567 19.685Galvanized .0567 .0567 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Spartanburg, SC 2008253 14,140.0567 39.745Galvanized .0567 .0567 (50G/50G NCT Oil ) - Excess GLFH 103ALS

Huger, SC 2006932 2,044.057 48.125 96.187Galvanized .059 (G90 CT Dry) - Subject to White DS 58FER

Brookfield, OH 2006055 20,100.059 22.000Galvanized .0575 .0575 (60G/60G - NCT Oil ) - Subject toEDDS 46USS

Valley City, OH 2007836 39,780.0596 56.375Galvanized .0596 .0596 (60G/60G - NCT Oil ) - White GR50 79LPC

Spartanburg, SC 2007790 6,394.060 32.875Galvanized .061 .062 (G60 - NCT Oil) - Excess PrimeDS 59ALS

Huger, SC 2007350 37,350.060 36.000Galvanized .059 .060 (G60 - CT Dry) - Excess PrimeEDDS 34JMH

Spartanburg, SC 2007016 4,163.060 48.000 96.000Galvanized .061 (G60 CT Dry) -No Visible DefectsDS 61ALS

Spartanburg, SC 2007789 31,000.060 55.500Galvanized .062 .061 (G60 - NCT Oil) - Excess PrimeDS 59ALS

Huger, SC 2008245 41,750.0614 51.181Galvanized .0602 .0602 (50G/50G Nct Oil ) - Subject to GR60 81FER

Spartanburg, SC 2008340 36,040.0629 48.819Galvanized .063 .063 (50G/50G NCT LO ) - Excess HSALS

Spartanburg, SC 2008341 43,000.0629 48.819Galvanized .063 .063 (50G/50G NCT LO ) - Excess HS 88ALS

Detroit, MI 2007525 14,130.064 39.625Galvanized .067 .067 (50G/50G Nct Lo) - Subject to GVFH 103DSP

Camden, OH 2006248 2,667.065 4.500Galvanized .064 .064 (G40 - Acrylic Oil) - No Visible RB85 85GPC

Spartanburg, SC 2007256 34,071.067 48.125Galvanized .069 .069 (G30 - CT Dry) - Rough/Dull DS 64ALS

Spartanburg, SC 2006953 19,750.067 51.563Galvanized .068 .068 (G30 - Nct LO) - Rough/Dull GR50 80ALS

Cartersville, GA 2007526 3,400.068 35.875Galvanized .069 .069 (G60 Nct LO) - Excess PrimeDDS 51ALM

Cartersville, GA 2007527 15,120.068 36.000Galvanized .070 .070 (G60 Nct LO) - Excess PrimeEDDS 51ALM

Cleveland, OH 2005796 3,602.068 60.000 120.000Galvanized .070 (G90 - CT Dry) - No Visible DS 55APL
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Huger, SC 2008146 16,710.069 36.125Galvanized .069 .069 (G90 CT Dry) - Subject to Edge DS 59FER

Huger, SC 2008147 1,968.069 36.125 120.125Galvanized .069 (G90 CT Dry) - Subject to Edge DS 59FER

Atlanta, GA 2006823 4,055.069 60.000 96.000Galvanized .070 (G90 - CT Dry) - Subject to WhiteDS 57COL

Spartanburg, SC 2007753 2,224.070 48.000 120.000Galvanized .070 (G90 CT Dry) - Subject to Minor DS 62ALS

Spartanburg, SC 2008315 4,013.07 48.000 120.000Galvanized .0785 (G60 - NCT LO) - No Visible DS 61ALS

Spartanburg, SC 2007752 20,350.070 48.188Galvanized .070 .070 (G90 CT Dry) - Subject to Minor DS 62ALS

Huger, SC 2008242 11,025.0748 15.000Galvanized .0748 .0748 (50G/50G NCT LO ) - Excess DS 53FER

Huger, SC 2008246 10,765.0748 15.000Galvanized .0748 .0748 (50G/50G NCT Oil ) - Excess DS 55FER

Atlanta, GA 2001263 4,865.075 3.915Galvanized .0750 .0750 (G40 NCT Oil) - Oscillated w/ LiteGR50 74COL

Spartanburg, SC 2008321 3,760.076 5.434Galvanized .076 .076 (50G/50G NCT LO ) - Excess HS 84ALS

Spartanburg, SC 2007471 3,260.076 7.425Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Spartanburg, SC 2007472 3,290.076 7.425Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Spartanburg, SC 2006975 3,315.076 7.750Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Spartanburg, SC 2006976 3,385.076 7.750Galvanized .076 .076 (50G/50G NCT LO ) - Excess GR60 85ALS

Spartanburg, SC 2006956 3,646.076 80.000 40.000Galvanized .076 (G30 - NCT Oil) - Subject to GR50 87ALS

Spartanburg, SC 2007253 4,450.086 31.100Galvanized .086 .086 (60G/60G - Nct LO ) - No VisibleGR50 88ALS

Spartanburg, SC 2007254 3,810.086 31.100Galvanized .086 .086 (60G/60G - Nct LO ) - No VisibleGR50 88ALS

Huger, SC 2007054 5,100.094 48.000 96.000Galvanized .094 (G90 CT Dry) - Subject to PickupCS-B 66FER

Huger, SC 2007056 3,110.094 48.000 96.000Galvanized .094 (G90 CT Dry) - Subject to PickupCS-B 61FER

Huger, SC 2007079 3,760.094 48.000 96.000Galvanized .094 (G90 CT Dry) - No Visible DefectsCS-B 66FER

Huger, SC 2008040 3,976.094 48.000 96.000Galvanized .094 (G90 - NCT LO) - No Visible CS-B 61FER

Huger, SC 2006870 4,590.094 60.000 84.000Galvanized .094 (G90 CT DRY) - Subject to CS-B 66FER


