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Brookfield, OH 2005595 2,110.0126 22.000Galvanized .0127 .0127 (G30 - CT Dry) - No Visible CS-B 68USS

Brookfield, OH 2005596 2,130.0126 22.000Galvanized .0127 .0127 (G30 - CT Dry) - No Visible CS-B 68USS

Brookfield, OH 2005594 11,660.0126 60.000Galvanized .0127 .0127 (G30 - CT Dry) - No Visible CS-B 68USS

Atlanta, GA 2005725 6,340.0137 43.125Galvanized .014 .014 (G30 - NCT Oil) - No Visible DS 50COL

Atlanta, GA 2005727 3,285.014 18.250Galvanized .017 .017 (G60 - NCT Dry ) - No Visible CS-B 68COL

Atlanta, GA 2005726 3,465.014 19.250Galvanized .017 .017 (G60 - NCT Dry ) - No Visible CS-B 68COL

Detroit, MI 2005695 15,320.014 54.500Electro- .015 .015 (40G/40G NCT Oil) - No Visible DS 50BJS

Huger, SC 2004973 11,450.0165 57.625Galvanized .015 .016 (G30 - Nct Oil) - No Visible DS 55JMH

Gary, IN 2005392 32,940.018 58.250Galvanized .019 .019 (G30 - Nct Oil) - No Visible CS-B 68CHI

Cartersville, GA 2005146 19,920.019 48.000Galvanized .019 .018 (G90 - Nct LO) - PrimeCS-B 50ALM

Cartersville, GA 2005147 12,680.019 48.000Galvanized .020 .019 (G90 - Nct LO) - PrimeCS-B 50ALM

Cartersville, GA 2005148 5,080.019 48.000Galvanized .019 .019 (G90 - Nct LO) - Prime (Part of CS-B 50ALM

Huger, SC 2004878 1,670.019 50.375Galvanized .0194 .0194 (G60 CT DRY) - No Visible DS 55JMH

Huger, SC 2004879 1,350.019 50.375Galvanized .0194 .0194 (G60 CT DRY) - No Visible DS 55JMH

Huger, SC 2005405 27,650.020 50.875Galvanized .020 .020 (G40 - NCT Oil) - No Visible DS 50JMH

Atlanta, GA 2005744 2,155.021 13.250Galvanized .023 .023 (G30 - CT Dry) - No Visible EDDS 39COL

Atlanta, GA 2005745 2,085.021 13.250Galvanized .022 .022 (G30 - CT Dry) - No Visible EDDS 39COL

Atlanta, GA 2005746 3,530.021 13.250Galvanized .024 .024 (G30 - CT Dry) - No Visible EDDS 39COL

Huger, SC 2005298 20,100.0234 43.875Galvanized .024 .024 No Visible DefectsCS-B 62JMH

Gary, IN 2005291 19,130.025 40.563Galvanized .025 .026 (G40 - NCT Dry) - Lite ID DamageDS 50CHI

Atlanta, GA 2004449 3,550.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004450 4,400.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004451 1,780.028 4.250Galvanized .0290 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004452 1,785.028 4.250Galvanized .0300 .0290 (G30 - Nct Oil) - No Visible DDS 34COL

Atlanta, GA 2004453 1,770.028 4.250Galvanized .0300 .0300 (G30 - Nct Oil) - No Visible DDS 34COL

Huger, SC 2005412 44,960.028 51.062Galvanized .028 .029 (60G/60G - NCT Oil) - Excess EDDS 41JMH

Spartanburg, SC 2005700 11,150.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS
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Spartanburg, SC 2005701 11,110.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Spartanburg, SC 2005702 10,790.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Spartanburg, SC 2005703 10,740.029 29.000Galvanized .030 .030 (G40 CT Dry) - Light Edge EDDS 42ALS

Brookfield, OH 2005894 28,735.029 58.688Galvanized .033 .032 (60G/60G - NCT Oil ) - Excess DS 50USS

Gary, IN 2005582 45,200.029 65.625Galvanized .029 .029 (70G/70G Nct Oil) -Lite Edge EDDS 39CHI

Huger, SC 2005403 45,500.035 47.937Galvanized .035 .035 (G40 - NCT Oil) - Excess PrimeDDSJMH

Delta, OH 2005171 775.044 3.000Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45FCP

Delta, OH 2005169 1,215.044 4.690Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45FCP

Delta, OH 2005170 10,300.044 39.500Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45FCP

Wilmerding, PA 2003744 7,100.044 48.000Galvanized .045 .045 (G60 NCT Oil) - No Visible DDS 34TRC

Delta, OH 2005172 23,680.044 48.000Galvanized .045 .045 (G60 NCT Oil) - Subject To WhiteDDS 45FCP

Huger, SC 2005402 28,820.045 58.625Galvanized .045 .045 (G60 - CT Dry) - Excess PrimeCS-BJMH

Brookfield, OH 2005892 13,300.045 60.250Galvanized .048 .048 (G90 Nct Oil) No Visible DefectsDS 55USS

Brookfield, OH 2005893 13,975.045 60.250Galvanized .047 .048 (G90 Nct Oil) No Visible DefectsDS 55USS

Atlanta, GA 2005807 14,125.046 31.000Galvanized .047 .047 (G30 - CT Dry) - No Visible EDDS 47COL

Atlanta, GA 2005808 14,085.046 31.000Galvanized .047 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Atlanta, GA 2005809 14,050.046 31.000Galvanized .047 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Huger, SC 2005816 14,060.046 31.000Galvanized .051 .051 (G40 - CT Dry) - No Visible EDDS 47NMS

Atlanta, GA 2005830 14,520.046 31.000Galvanized .046 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Atlanta, GA 2005831 14,570.046 31.000Galvanized .046 .047 (G40 - CT Dry) - No Visible EDDS 49COL

Spartanburg, SC 2005675 42,900.0472 46.457Galvanized .048 .048 (50G/50G NCT LO ) - Excess HS 78ALS

Huger, SC 2005427 45,820.0498 52.750Galvanized .054 .053 (G60 - CT Dry) - No Visible DS 50JMH

Huger, SC 2005040 12,240.054 56.875Galvanized .052 .052 (50G/50G NCT Oil ) - Excess HS 78JMH

Cartersville, GA 2005563 42,460.055 60.000Galvanized .055 .055 (G90 - NCT Oil) - Subject to WhiteDS 50ALM

Bristol, PA 2005836 5,780.056 12.620Galvanized .056 .056 No Visible DefectsDS 58HTW

Bristol, PA 2005837 5,770.056 12.620Galvanized .056 .056 No Visible DefectsDS 58HTW

Wilmerding, PA 2004938 7,158.057 60.000Galvanized .057 .057 (G90 - CT Dry) - No Visible DS 50TRC
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Gary, IN 2002295 13,400.061 59.930Galvanized .059 .062 (G40 NCT Oil) - No Visible HSLA 70CHI

Huger, SC 2005712 43,680.062 59.875Galvanized .065 .065 (G90 - CT Dry) - No Visible DS 55JMH

Huger, SC 2005400 21,040.064 45.937Galvanized .064 .064 (G40 - CT Dry) - Excess PrimeDS 50JMH

Huger, SC 2005426 22,120.068 48.125Galvanized .073 .072 (G40 - Acrylic Dry) - No Visible DS 55JMH

Brookfield, OH 2005795 26,540.068 60.000Galvanized .070 .071 (G90 - CT Dry) - Lite OscillationDS 50USS

Masury, OH 2005796 3,602.068 60.000 120.000Galvanized .076 (G90 - CT Dry) - No Visible DS 50USM

Detroit, MI 2005694 32,580.069 63.750Galvanized .067 .067 (60G/60G - NCT Oil ) - No VisibleHS 76BJS

Atlanta, GA 2002253 2,680.070 8.250Galvanized .0730 .0740 Subject to White RustN/ACOL

Atlanta, GA 2002257 1,720.070 8.500Galvanized .0710 .0710 Subject to Chrome StainsN/ACOL

Atlanta, GA 2002256 3,405.070 8.625Galvanized .0700 .0710 Subject to White RustN/ACOL

Huger, SC 2005410 45,100.071 48.750Galvanized .069 .070 (G40 - NCT Oil) - No Visible CS-B 68JMH

Gary, IN 2005105 18,340.071 52.120Galvanized .071 .071 (G40 - NCT Dry) - No Visible DS 57CHI

Atlanta, GA 2001263 4,865.075 3.915Galvanized .0750 .0750 (G40 NCT Oil) - Oscillated w/ LiteHS 74COL

Huger, SC 2004620 14,930.076 48.750Galvanized .080 .078 No Visible DefectsHSJMH

Gary, IN 2005772 10,520.077 12.625Galvanized .078 .078 (60G/60G - NCT Oil ) - No VisibleDS 58MPC

Gary, IN 2005773 10,520.077 12.625Galvanized .078 .078 (60G/60G - NCT Oil ) - No VisibleDS 58MPC

Gary, IN 2005774 10,520.077 12.625Galvanized .078 .078 (60G/60G - NCT Oil ) - No VisibleDS 58MPC

Gary, IN 2005775 10,520.077 12.625Galvanized .078 .078 (60G/60G - NCT Oil ) - No VisibleDS 58MPC

Huger, SC 2005397 31,910.077 56.625Galvanized .077 .077 (G40 - CT Dry) - No Visible CS-BJMH

Huger, SC 2005401 31,300.078 56.625Galvanized .078 .078 (G40 - CT Dry) - No Visible CS-BJMH

Detroit, MI 2004609 15,215.078 58.120Galvanized .0780 .0780 (G40 NCT Oil) - Subject to WaterHS 84HSM

Atlanta, GA 2004507 24,050.078 59.250Galvanized .080 .082 (G60 NCT Oil) Heavy Rust ; DS 34COL

Atlanta, GA 2004456 2,350.080 3.000Galvanized .0860 .0850 (G40 NCT Oil) - No Visible HSLA 70COL

Atlanta, GA 2004989 10,285.086 64.000Galvanized .095 .095 (60G/60G- NCT Oil) - Subject to HSLA 79COL


