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Cartersville, GA 2000292 5,270.060 12.875Hot Rolled .0660 .0660 N/ANAALM

Atlanta, GA 2002788 1,855.097 5.000Hot Rolled .099 No Visible DefectsHSCOL

Atlanta, GA 2002786 2,095.097 6.000Hot Rolled .097 No Visible DefectsHSCOL

Atlanta, GA 2002789 4,135.097 6.000Hot Rolled .097 No Visible Defects (2 Coils)HSCOL

Bristol, PA 2004230 43,342.097 48.000Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2004231 2,858.097 49.750 96.500Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2003662 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003663 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003664 3,268.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Panama City, FL 2004457 2,000.115 60.000 120.000Hot Rolled .115 .11566CAR

Panama City, FL 2004239 9,640.116 60.560Hot Rolled .116 No visual providedCS-B 66CAR

Atlanta, GA 2001800 41,460.148 48.840Hot Rolled .170 .148 Excess Prime (Storage Rust)CS-B 67COL

Atlanta, GA 2001781 46,220.150 61.250Hot Rolled .155 .150 No Visible DefectsCS-B 62COL

Atlanta, GA 2001784 28,600.269 60.650Hot Rolled .271 .271 No Visible DefectsHSLA 85COL

Atlanta, GA 2001785 31,120.275 48.400Hot Rolled .275 .275 No Visible DefectsHS 89COL

Panama City, FL 2003915 43,340.302 60.000Hot Rolled .302 Excess PrimeHS 68CAR

Gary, IN 2003785 41,360.307 60.500Hot Rolled .313 .308 No Visible DefectsHSLA 81CHI

Gary, IN 2003795 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003796 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003797 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003798 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003799 2,542.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003800 9,533.307 60.500 120.060Hot Rolled .305 No Visible DefectsHSLA 81CHI

Gary, IN 2003801 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003802 9,533.307 60.500 120.060Hot Rolled .304 No Visible DefectsHSLA 81CHI

Gary, IN 2003803 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003804 6,991.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI
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Cartersville, GA 2001684 45,600.337 50.000Hot Rolled .337 .337 Excess PrimeCS-B 76ALM

Atlanta, GA 2001786 16,100.372 60.500Hot Rolled .372 .372 Excess PrimeHSLA 84COL
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Cartersville, GA 2000292 5,270.060 12.875Hot Rolled .0660 .0660 N/ANAALM

Atlanta, GA 2002788 1,855.097 5.000Hot Rolled .099 No Visible DefectsHSCOL

Atlanta, GA 2002786 2,095.097 6.000Hot Rolled .097 No Visible DefectsHSCOL

Atlanta, GA 2002789 4,135.097 6.000Hot Rolled .097 No Visible Defects (2 Coils)HSCOL

Bristol, PA 2004230 43,342.097 48.000Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2004231 2,858.097 49.750 96.500Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2003662 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003663 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003664 3,268.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Panama City, FL 2004457 2,000.115 60.000 120.000Hot Rolled .115 .11566CAR

Panama City, FL 2004239 9,640.116 60.560Hot Rolled .116 No visual providedCS-B 66CAR

Atlanta, GA 2001800 41,460.148 48.840Hot Rolled .170 .148 Excess Prime (Storage Rust)CS-B 67COL

Atlanta, GA 2001781 46,220.150 61.250Hot Rolled .155 .150 No Visible DefectsCS-B 62COL

Atlanta, GA 2001784 28,600.269 60.650Hot Rolled .271 .271 No Visible DefectsHSLA 85COL

Atlanta, GA 2001785 31,120.275 48.400Hot Rolled .275 .275 No Visible DefectsHS 89COL

Panama City, FL 2003915 43,340.302 60.000Hot Rolled .302 Excess PrimeHS 68CAR

Gary, IN 2003785 41,360.307 60.500Hot Rolled .313 .308 No Visible DefectsHSLA 81CHI

Gary, IN 2003795 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003796 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003797 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003798 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003799 2,542.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003800 9,533.307 60.500 120.060Hot Rolled .305 No Visible DefectsHSLA 81CHI

Gary, IN 2003801 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003802 9,533.307 60.500 120.060Hot Rolled .304 No Visible DefectsHSLA 81CHI

Gary, IN 2003803 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003804 6,991.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI
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Cartersville, GA 2001684 45,600.337 50.000Hot Rolled .337 .337 Excess PrimeCS-B 76ALM

Atlanta, GA 2001786 16,100.372 60.500Hot Rolled .372 .372 Excess PrimeHSLA 84COL
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Cartersville, GA 2000292 5,270.060 12.875Hot Rolled .0660 .0660 N/ANAALM

Atlanta, GA 2002788 1,855.097 5.000Hot Rolled .099 No Visible DefectsHSCOL

Atlanta, GA 2002786 2,095.097 6.000Hot Rolled .097 No Visible DefectsHSCOL

Atlanta, GA 2002789 4,135.097 6.000Hot Rolled .097 No Visible Defects (2 Coils)HSCOL

Bristol, PA 2004230 43,342.097 48.000Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2004231 2,858.097 49.750 96.500Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2003662 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003663 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003664 3,268.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Panama City, FL 2004457 2,000.115 60.000 120.000Hot Rolled .115 .11566CAR

Panama City, FL 2004239 9,640.116 60.560Hot Rolled .116 No visual providedCS-B 66CAR

Atlanta, GA 2001800 41,460.148 48.840Hot Rolled .170 .148 Excess Prime (Storage Rust)CS-B 67COL

Atlanta, GA 2001781 46,220.150 61.250Hot Rolled .155 .150 No Visible DefectsCS-B 62COL

Atlanta, GA 2001784 28,600.269 60.650Hot Rolled .271 .271 No Visible DefectsHSLA 85COL

Atlanta, GA 2001785 31,120.275 48.400Hot Rolled .275 .275 No Visible DefectsHS 89COL

Panama City, FL 2003915 43,340.302 60.000Hot Rolled .302 Excess PrimeHS 68CAR

Gary, IN 2003785 41,360.307 60.500Hot Rolled .313 .308 No Visible DefectsHSLA 81CHI

Gary, IN 2003795 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003796 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003797 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003798 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003799 2,542.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003800 9,533.307 60.500 120.060Hot Rolled .305 No Visible DefectsHSLA 81CHI

Gary, IN 2003801 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003802 9,533.307 60.500 120.060Hot Rolled .304 No Visible DefectsHSLA 81CHI

Gary, IN 2003803 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003804 6,991.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI



Sun States Inventory
Location Tag # WeightGauge Width  LengthProduct Days Old

Back

Home

ID OD Visual InspectionGrade Rb Pcs

1

 PIW

912

Click Browser "Back" Button to Return to Website

Plant

Cartersville, GA 2001684 45,600.337 50.000Hot Rolled .337 .337 Excess PrimeCS-B 76ALM

Atlanta, GA 2001786 16,100.372 60.500Hot Rolled .372 .372 Excess PrimeHSLA 84COL
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Cartersville, GA 2000292 5,270.060 12.875Hot Rolled .0660 .0660 N/ANAALM

Atlanta, GA 2002788 1,855.097 5.000Hot Rolled .099 No Visible DefectsHSCOL

Atlanta, GA 2002786 2,095.097 6.000Hot Rolled .097 No Visible DefectsHSCOL

Atlanta, GA 2002789 4,135.097 6.000Hot Rolled .097 No Visible Defects (2 Coils)HSCOL

Bristol, PA 2004230 43,342.097 48.000Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2004231 2,858.097 49.750 96.500Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2003662 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003663 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003664 3,268.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Panama City, FL 2004457 2,000.115 60.000 120.000Hot Rolled .115 .11566CAR

Panama City, FL 2004239 9,640.116 60.560Hot Rolled .116 No visual providedCS-B 66CAR

Atlanta, GA 2001800 41,460.148 48.840Hot Rolled .170 .148 Excess Prime (Storage Rust)CS-B 67COL

Atlanta, GA 2001781 46,220.150 61.250Hot Rolled .155 .150 No Visible DefectsCS-B 62COL

Atlanta, GA 2001784 28,600.269 60.650Hot Rolled .271 .271 No Visible DefectsHSLA 85COL

Atlanta, GA 2001785 31,120.275 48.400Hot Rolled .275 .275 No Visible DefectsHS 89COL

Panama City, FL 2003915 43,340.302 60.000Hot Rolled .302 Excess PrimeHS 68CAR

Gary, IN 2003785 41,360.307 60.500Hot Rolled .313 .308 No Visible DefectsHSLA 81CHI

Gary, IN 2003795 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003796 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003797 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003798 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003799 2,542.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003800 9,533.307 60.500 120.060Hot Rolled .305 No Visible DefectsHSLA 81CHI

Gary, IN 2003801 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003802 9,533.307 60.500 120.060Hot Rolled .304 No Visible DefectsHSLA 81CHI

Gary, IN 2003803 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003804 6,991.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI
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Cartersville, GA 2001684 45,600.337 50.000Hot Rolled .337 .337 Excess PrimeCS-B 76ALM

Atlanta, GA 2001786 16,100.372 60.500Hot Rolled .372 .372 Excess PrimeHSLA 84COL
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Cartersville, GA 2000292 5,270.060 12.875Hot Rolled .0660 .0660 N/ANAALM

Atlanta, GA 2002788 1,855.097 5.000Hot Rolled .099 No Visible DefectsHSCOL

Atlanta, GA 2002786 2,095.097 6.000Hot Rolled .097 No Visible DefectsHSCOL

Atlanta, GA 2002789 4,135.097 6.000Hot Rolled .097 No Visible Defects (2 Coils)HSCOL

Bristol, PA 2004230 43,342.097 48.000Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2004231 2,858.097 49.750 96.500Hot Rolled .097 No visual providedCS-B 52HTW

Bristol, PA 2003662 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003663 3,266.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Bristol, PA 2003664 3,268.105 7.000Hot Rolled .105 .105 No Visible DefectsHSLAHTW

Panama City, FL 2004457 2,000.115 60.000 120.000Hot Rolled .115 .115 No Visible DefectsCS-B 66CAR

Panama City, FL 2004239 9,640.116 60.560Hot Rolled .116 No visual providedCS-B 66CAR

Panama City, FL 2004235 45,220.130 60.540Hot Rolled .130 No visual providedCS-B 66CAR

Atlanta, GA 2001800 41,460.148 48.840Hot Rolled .170 .148 Excess Prime (Storage Rust)CS-B 67COL

Atlanta, GA 2001781 46,220.150 61.250Hot Rolled .155 .150 No Visible DefectsCS-B 62COL

Atlanta, GA 2001784 28,600.269 60.650Hot Rolled .271 .271 No Visible DefectsHSLA 85COL

Atlanta, GA 2001785 31,120.275 48.400Hot Rolled .275 .275 No Visible DefectsHS 89COL

Panama City, FL 2003915 43,340.302 60.000Hot Rolled .302 Excess PrimeHS 68CAR

Gary, IN 2003785 41,360.307 60.500Hot Rolled .313 .308 No Visible DefectsHSLA 81CHI

Gary, IN 2003795 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003796 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003797 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003798 3,813.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003799 2,542.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003800 9,533.307 60.500 120.060Hot Rolled .305 No Visible DefectsHSLA 81CHI

Gary, IN 2003801 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Gary, IN 2003802 9,533.307 60.500 120.060Hot Rolled .304 No Visible DefectsHSLA 81CHI

Gary, IN 2003803 9,533.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI
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Gary, IN 2003804 6,991.307 60.500 120.060Hot Rolled na No Visible DefectsHSLA 81CHI

Cartersville, GA 2001684 45,600.337 50.000Hot Rolled .337 .337 Excess PrimeCS-B 76ALM

Atlanta, GA 2001786 16,100.372 60.500Hot Rolled .372 .372 Excess PrimeHSLA 84COL


