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Plant Location Tag # Product Gauge Width Length Weight Grade Rb ID oD Visual Inspection
WMC |Atlanta, GA 2008182 HRP&O .069 | 19.750 | 90.000 | 3,072 CS-B 62 .067 |No Visible Defects

WMC |Atlanta, GA 2008183 HRP&O .069 | 19.750 | 90.000 | 3,072 CS-B 62 .067 |No Visible Defects

WMC |Atlanta, GA 2008184 HRP&O .069 | 19.750 | 90.000 1,036 CS-B 62 .067 |No Visible Defects

FER |Huger, SC 2008276 HRP&O .069 ' 38.000 32,526 CS-B 68 .069 | .069 |No Visible Defects

WMC |Atlanta, GA 2008181 HRP&O .069 | 60.000 120.000 | 4,420 CS-B 62 .067 |No Visible Defects

WMC |Atlanta, GA 2008185 HRP&O .069 | 60.000 120.000 | 2,350 CS-B 62 .0747 |No Visible Defects

WMC |Atlanta, GA 2008186 HRP&O .07 | 60.000 144.000 4,512 CS-B 68 .0747 |Subject to Speck Rust

JMA |Blytheville, AR 2007465 HRP&O .071 | 60.250 | 34.380 | 2,475 CS-B 81 .075 |No Visible Defects

JMA |Blytheville, AR 2007466 HRP&O .071 | 60.250 | 34.380 | 2,475 CS-B 81 .075 |No Visible Defects

DSP |Detroit, Ml 2006755 HRP&O .076 | 14.625 7,215 GR80 72 .078 | .078 |No Visible Defects

DSP |Detroit, Ml 2007932 HRP&O .077 @ 63.560 33,930 DS 0 .076 | .076 |Subject to Rust Patches
DSP |Detroit, Ml 2008255 HRP&O .0787 | 63.625 31,505 DS 62 .077 | .078 |No Visible Defects

DSP |Detroit, Ml 2008136 HRP&O .0787 | 63.690 36,285 DS 62 .078 | .078 |Subject to Lite Patchy Rust
DSP |Detroit, Ml 2008254 HRP&O .0787 | 63.750 40,500 DS 62 .078 | .078 |No Visible Defects

DSP | Detroit, Ml 2008311 HRP&O .0787 | 63.750 35,210 DS 62 .082 | .077 |Subject to Light Patchy Rust
DSP |Detroit, Ml 2008312 HRP&O .0787 | 63.750 36,060 DS .083 | .078 |Subject to Light Patchy Rust
JMH |Huger, SC 2007998 HRP&O .0795 | 17.000 9,300 CS-B 68 .082 | .082 |Subject to Wavy Edges
FER [Huger, SC 2008078 HRP&O .0795 | 20.750 4,725 CS-B 68 .0795 | .0795 |No Visible Defects

COL |Atlanta, GA 2004466 HRP&O .080 ' 2.500 2,256 HSLA 83 .0800 | .0800 |No Visible Defects (2 Coils)
DSP |Detroit, Ml 2008135 HRP&O .081 @ 63.810 42,740 DS 62 .080 | .080 |Subject to Lite Patchy Rust
ALM |Cartersville, GA 2004467 HRP&O .083 | 1.500 1,210 N/A .081 | .081 |No Visible Defects (2 Coails)
APL [Cleveland, OH 2006559 HRP&O .083 | 48.000 120.000 | 2,600 CS-B 62 .083 |No Visible Defects

MPC |Gary, IN 2006760 HRP&O .084 | 10.300 9,435 CS-B 65 .086 | .086 |Subject to Laminations and Scale
PRK |Kenton, OH 2007743 HRP&O .087 | 10.709 4,285 DS 65 .087 | .087 ||Subject to Scratches

PRK |Kenton, OH 2007744 HRP&O .087 ' 10.709 4,285 DS 65 .087 | .087 |Subject to Scratches

PRK |Kenton, OH 2007745 HRP&O .087 | 10.709 4,285 DS 65 .087 | .087 |Subject to Scratches

ALS |Spartanburg, SC 2008122 HRP&O .088 | 6.600 5,635 DS .088 | .088 |Excess Prime
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ALM ||Cartersville, GA 2004468 HRP&O .090 @ 1.500 620 N/A .0900 | .0900 |No Visible Defects

ALS |Spartanburg, SC 2005961 HRP&O .090 @ 50.151 21,900 CS-B 62 .090 | .090 |Subject to Rust

GPM ||Franklin, OH 2007043 HRP&O .0906 @ 53.750 38,280 RB90 90 .086 | .0915 |Subject to Full Center

APL |Cleveland, OH 2006910 HRP&O .093  7.062 4,228 GR36 .093 | .096 |No Visible Defects (2 Coils -

APL [Cleveland, OH 2006911 HRP&O .093 ' 7.062 4,266 GR36 .093 | .098 |No Visible Defects (2 Coils -

APL |Cleveland, OH 2006912 HRP&O .093 | 42.875 13,170 @ GR36 .093 | .094 |Excess Prime (C1020 - Grade 36)
APL [Cleveland, OH 2006913 HRP&O .093 | 42.875 12,675 | GR36 .093 | .094 |Excess Prime (C1020 - Grade 36)
FER |Huger, SC 2008067 HRP&O .093 @ 48.000 42,233 CS-B 68 .093 | .093 ||Subject to Solution Stain (Temper
FER ||Huger, SC 2008090 HRP&O .093 | 48.000 30,260 CS-B 68 .093 | .093 |Subject to Solution Stain

COL ||Atlanta, GA 2008228 HRP&O .093 | 48.000  96.000 3,541 CS-B 68 .093 |No Visible Defects

COL |Atlanta, GA 2008229 HRP&O .093 | 48.000 | 96.000 | 3,668 CS-B 68 .093 |No Visible Defects

COL ||Atlanta, GA 2008230 HRP&O .093 | 48.000 | 96.000 | 3,668 CS-B 68 .093 |No Visible Defects

COL |Atlanta, GA 2008231 HRP&O .093 | 48.000 | 96.000 | 3,668 CS-B 68 .093 |No Visible Defects

COL |Atlanta, GA 2008232 HRP&O .093 | 48.000  96.000 3,668 CS-B 68 .093 |No Visible Defects

COL |Atlanta, GA 2008233 HRP&O .093 | 48.000 | 96.000 3,668 CS-B 68 .093 |No Visible Defects

JMH [Huger, SC 2007980 HRP&O .093 | 48.125 42,090 CS-B 68 100 | .095 |Subject to Rinse Stain

JMH |Huger, SC 2007981 HRP&O .093 | 48.125 41,400 CS-B 68 .094 | .096 |Subject to Rinse Stain

FER |Huger, SC 2007329 HRP&O .093 | 48.250 42,665 CS-B 68 .093 | .092 |Subject to Speck Rust

FER |Huger, SC 2007330 HRP&O .093 | 48.250 42,388 CS-B 68 .094 | .093 |Subject to Speck Rust

FER |Huger, SC 2007849 HRP&O .093 | 59.750 34,250 CS-B 62 .093 | .093 ||Subject to Solution Stain (Temper
FER ||Huger, SC 2007852 HRP&O .093 | 59.750 38,550 CS-B 62 .093 | .093 |Subject to Solution Stain (Temper
FER [Huger, SC 2007069 HRP&O .094 | 26.687 3,050 GR50 79 .097 | .096 |Subject to Water Stain

LSM ||Anderson, SC 2007679 HRP&O .097 | 1.000 350 CS-B 68 .097 | .097 |Rust Throughout (2 Coils)

LSM |Anderson, SC 2007678 HRP&O .0970 @ 4.250 1,510 CS-B 68 .097 | .097 |Rust Throughout (2 Coils)

LSM |Anderson, SC 2007680 HRP&O .097 | 11.250 3,990 CS-B 68 .097 | .097 |Rust Throughout

COL |Atlanta, GA 2008220 HRP&O .097 | 21.500 9,935 DS 50 .095 | .097 |No Visible Defects

COL ||Atlanta, GA 2008221 HRP&O .097 @ 21.500 9,215 DS 50 100 | .097 |No Visible Defects
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COL ||Atlanta, GA 2008223 HRP&O .097 | 21.500 9,870 DS 50 .096 | .098 |No Visible Defects

COL ||Atlanta, GA 2008224 HRP&O .097 | 21.500 9,185 DS 50 .096 | .098 |No Visible Defects

COL ||Atlanta, GA 2008234 HRP&O .097 | 21.500 9,870 DS 50 112 | .094 |No Visible Defects

COL ||Atlanta, GA 2008235 HRP&O .097 | 21.500 9,265 DS 50 .099 | .096 |No Visible Defects

MPC |Gary, IN 2007192 HRP&O .097 @ 37.705 8,677 GR70 .097 | .097 |Subject to Rolled in Scale
MPC |Gary, IN 2007193 HRP&O .097 @ 37.705 8,544 GR70 .097 | .097 |Subject to Rolled in Scale
FER [Huger, SC 2007533 HRP&O .097 | 48.875 25,230 @ CS-B 68 .097 | .097 |Subject to Water Stain
OLW |Winder, GA 2007742 HRP&O .097 | 60.000 15,640 | CS-B 68 .097 | .097 |Subject to Wavy Edges
OLW |Winder, GA 2008322 HRP&O .0972 | 12.187 1,645 CS-B 62 .0972| .0972 |No Visible Defects

OLW |Winder, GA 2008323 HRP&O .0972 | 12.187 1,645 CS-B 62 .0972| .0972 |No Visible Defects

OLW |Winder, GA 2008324 HRP&O .0972 | 12.187 1,645 CS-B 62 .0972| .0972 |No Visible Defects

OLW |Winder, GA 2008325 HRP&O .0972 | 12.187 1,645 CS-B 62 .0972| .0972 |No Visible Defects

COL ||Atlanta, GA 2006033 HRP&O .098 = 5.000 3,460 GR50 81 .098 | .098 |No Visible Defects

HTW |Bristol, PA 2008130 HRP&O .099 | 52.062 26,665 @ HSLA 83 .099 | .099 |No Visible Defects

GSM |Acworth, GA 2008267 HRP&O .100 ' 60.000 120.000 | 3,680 CS-B 68 .100 |No Visible Defects

GSM |Acworth, GA 2008268 HRP&O A 60.000 120.000 3,470 CS-B 68 .100 |No Visible Defects

APL [Cleveland, OH 2005895 HRP&O .102 | 36.000 ' 96.000 1,000 DS .102 |No Visible Defects

FER |Huger, SC 2008138 HRP&O .108 | 48.000 | 74.000 | 3,905 CS-B 68 .108 |No Visible Defects

FER [Huger, SC 2008139 HRP&O .108 | 48.000 @ 74.000 @ 3,905 CS-B 68 .108 |No Visible Defects

FER [Huger, SC 2008140 HRP&O .108 @ 48.000 @ 74.000 @ 3,905 CS-B 68 .108 |No Visible Defects

FER [Huger, SC 2008141 HRP&O .108 | 48.000 @ 74.000 @ 3,905 CS-B 68 .108 |No Visible Defects

FER [Huger, SC 2008142 HRP&O .108 @ 48.000 @ 74.000 @ 3,905 CS-B 68 .108 |No Visible Defects

FER |Huger, SC 2008143 HRP&O .108 | 48.000 | 74.000 | 3,905 CS-B 68 .108 |No Visible Defects

FER |Huger, SC 2008144 HRP&O .108 | 48.000 | 74.000 | 3,905 CS-B 68 .108 |No Visible Defects

FER [Huger, SC 2008145 HRP&O .108 | 48.000 @ 74.000 @ 3,905 CS-B 68 .108 |No Visible Defects

FER [Huger, SC 2008076 HRP&O .108 | 48.000 @ 74.312 @ 3,905 CS-B 68 .108 |No Visible Defects

FER ||Huger, SC 2008073 HRP&O .108 | 48.000 | 74.375 3,905 CS-B 68 .108 |No Visible Defects
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FER |Huger, SC 2008074 HRP&O .108 | 48.000 | 74.375 | 3,905 CS-B 68 .108 |No Visible Defects

FER |Huger, SC 2008075 HRP&O .108 | 48.000 | 74.375 | 3,905 CS-B 68 .108 |No Visible Defects

ALS |[Spartanburg, SC 2008124 HRP&O .110 = 7.000 5,140 DS 55 110 | .110 |No Visible Defects (7 Coils)
GPM |Franklin, OH 2007216 HRP&O .110 | 8.000 3,960 DS 60 115 | .113 |Subject to Water Stain (Bundled
GPM |Franklin, OH 2007217 HRP&O .110 & 8.000 3,960 DS 60 115 | .113 |Subject to Water Stain (Bundled
GPM |Franklin, OH 2007218 HRP&O 110 8.000 3,620 DS 60 112 | 111 ||Subject to Water Stain
GPM |Franklin, OH 2007529 HRP&O 110 | 12.375 3,230 HSLA 76 110 | .111 |No Visible Defects

GPM |Franklin, OH 2007530 HRP&O 110 | 12.375 3,220 HSLA 76 111 | .111 |No Visible Defects

GPM |Franklin, OH 2007528 HRP&O .110 @ 50.000 27,650 | HSLA 76 110 | .108 |No Visible Defects

ALS |Spartanburg, SC 2008125 HRP&O .110 | 50.063 39,020 DS 61 110 | .110 |No Visible Defects

ALS |[Spartanburg, SC 2008123 HRP&O .110 | 50.250 43,090 DS 63 110 | .110 |No Visible Defects

ALS ||Spartanburg, SC 2008120 HRP&O .110 @ 50.500 44,700 DS 55 .110 | .110 |No Visible Defects

NMS |Huger, SC 2007632 HRP&O 111 36.000 14,380 CS-B 68 120 | .120 |Subject to Stain

HSG ||Grandville, Ml 2007507 HRP&O 111 | 36.875 34,020 | GRG0 111 | .111 |Cut out in center of coil
FER |Huger, SC 2007832 HRP&O .111 | 60.000 42,444 CS-B 62 111 | .111 |Subject to Chatter

FER |Huger, SC 2008197 HRP&O 111 | 60.000 42,997 CS-B 62 111 | .111 |Subject to Edge Wave

FER [Huger, SC 2008196 HRP&O .111 | 60.000 | 90.000 | 4,223 CS-B 62 .111 |No Visible Defects

ALS ||Spartanburg, SC 2008001 HRP&O 111 | 60.063 16,080 CS-B 62 112 | .112 |Subject to Wavy Edges
FER |Huger, SC 2007202 HRP&O 112 48.000 31,900 CS-B 62 112 | .112 |No Visible Defects

FER |Huger, SC 2008237 HRP&O 112 48.620 23,590 CS-B 69 114 | .114 |No Visible Defects

ALS |Spartanburg, SC 2008316 HRP&O .1197 | 40.500 21,985 DS 50 1197 | .1197 |Subject to Rinse Stain

ALS |Spartanburg, SC 2008128 HRP&O 1197 | 40.550 24,620 DS 50 1197 | .1197 |Subject to Solution Stain
ALS |[Spartanburg, SC 2008126 HRP&O .1197 | 40.550 @ 18.000 1,790 DS 50 1197 |Subject to Solution Stain
ALS ||Spartanburg, SC 2008127 HRP&O .1197 @ 40.550 @ 18.000 2,685 DS .1197 |Subject to Solution Stain
OLW |Winder, GA 2008180 HRP&O 123 1 19.188 6,740 CS-B 68 126 | .126 |No Visible Defects

MSD || Trinity, AL 2007314 HRP&O 124 11.180 3,040 CS-B 81 132 | .132 |Subject to Light Stain

MSD |Trinity, AL 2007313 HRP&O 124 | 42.500 22,640 CS-B 81 132 | .132 |Subject to Light Stain
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FER |Huger, SC 2007702 HRP&O .1245 | 60.000 47,520 @ GR70 87 1245 | .1245 |Subject to Wavy Edges
ALS |[Spartanburg, SC 2008279 HRP&O 125 | 48.250 44,875 CS-B 127 | .126 |Light Rust

MPC |Gary, IN 2007209 HRP&O 1265 | 36.312 14,180 CS-B .1258| .131 |Subject to Lite Laminations
MPC |Gary, IN 2007210 HRP&O 1265 | 36.375 | 72.125 | 2,770 CS-B 1265 |Subject to Lite Laminations
FER |Huger, SC 2008072 HRP&O .127 | 38.600 8,745 CS-B 62 127 | .127 |No Visible Defects

JMH |Huger, SC 2007983 HRP&O 127 | 38.625 8,770 CS-B 62 125 | .125 |No Visible Defects

JMH |Huger, SC 2007984 HRP&O 127 | 38.625 8,980 CS-B 62 125 | .125 |No Visible Defects

JMH [Huger, SC 2007985 HRP&O 127 | 38.625 8,850 CS-B 62 125 | .125 |No Visible Defects

FER |Huger, SC 2007947 HRP&O 127 | 48.000 46,280 CS-B 62 127 | .127 |Subject to Water Stain
FER |Huger, SC 2008257 HRP&O 129 | 48.250 44,640 = HSLA 81 129 | .129 |No Visible Defects

FER |Huger, SC 2008258 HRP&O 129 | 48.250 46,580 | HSLA 81 129 | .129 |No Visible Defects

JMH |Huger, SC 2008248 HRP&O 129 | 49.500 46,320 | HSLA 81 130 | .127 |No Visible Defects

JMH |Huger, SC 2007255 HRP&O .145 ' 52.000 4,720 HSLA 82 145 | .145 |Excess Prime

FER |Huger, SC 2007462 HRP&O .148 | 55.125 45,840 DS 46 147 | .148 |No Visible Defects

FER |Huger, SC 2007461 HRP&O .148 | 55.500 42,040 DS 49 146 | .148 |No Visible Defects

NMS |Huger, SC 2006513 HRP&O 151 | 60.025 120.125 | 2,470 CS-B 68 .149 |No Visible Defects

APL [Cleveland, OH 2008313 HRP&O .152 | 48.000 120.000 | 3,288 DS .155 |Excess Prime

APL |Cleveland, OH 2008314 HRP&O 152 | 48.300 21,410 DS .150 | .150 |Excess Prime

JMH |Huger, SC 2001802 HRP&O .152 ' 50.750 16,470 = GR60 82 152 | .152 |Subject to Wave/Oscillated
NMS |Huger, SC 2005288 HRP&O .154 | 59.000 118.000 | 2,822 C1020 75 .154 |No Visible Defects

COL |Atlanta, GA 2003473 HRP&O 156 | 3.625 4,940 CS-B 60 .1580 | .1580 |No Visible Defects (13 Coils)
COL |Atlanta, GA 2002570 HRP&O .156 @ 48.000 120.125 790 CS-B 66 .157 |No Visible Defects

COL |Atlanta, GA 2002569 HRP&O 156 | 48.125 /120.125 | 4,010 CS-B 66 .159 |No Visible Defects

COL |Atlanta, GA 2001805 HRP&O 157 | 62.750 16,485 FH 95 .160 | .160 |Excess Prime (Full Hard - Storage
FER |Huger, SC 2007834 HRP&O .169 | 37.000 120.000 | 4,413 CS-B 81 .169 |No Visible Defects

NMS |Huger, SC 2008317 HRP&O .169 | 60.000 120.000 | 6,375 CS-B 81 .169 |No Visible Defects

NMS ||Huger, SC 2008319 HRP&O .169 | 60.000 120.000 | 6,375 CS-B 81 .169 |No Visible Defects
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170 | .170
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A77 | 171
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A74 | A77
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A72 | 172
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.180 | .180
.188 | .188
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201 | .202
202 | .201
203 | .201
.2233 | .2233
229 | .228
225 | 225
225 | .225
229 | .229
229 | .229
240 | .240
240 | .240

Visual Inspection

Subject to Solution Stain
Subject to Rust

No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects (2 Coils)
No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

Subject to Pits and Dents
Subject to Pits and Dents
Subject to Pits and Dents
No Visible Defects

No Visible Defects

No Visible Defects (C1040)
No Visible Defects (C1040)
No Visible Defects (1040)
No Visible Defects

No Visible Defects

No Visible Defects

No Visible Defects

Subject to Minor Surface Cracks

Subject to Minor Surface Cracks

.2317 |No Visible Defects

No Visible Defects
No Visible Defects
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FER [Huger, SC 2008332 HRP&O .240 | 60.000 120.000 3,999 HSLA 81 .240 |No Visible Defects

FER [Huger, SC 2008333 HRP&O .240 | 60.000 120.000 3,999 HSLA 81 .240 |No Visible Defects

FER ||Huger, SC 2008334 HRP&O .240 | 60.000 120.000 3,999 HSLA 81 .240 ||No Visible Defects

FER [Huger, SC 2008335 HRP&O .240 | 60.000 120.000 3,999 HSLA 81 .240 |No Visible Defects

MPC |Gary, IN 2006334 HRP&O .265 | 52.562 30,630 | GR70 89 .265 | .265 |Subject to Pits (C1024)
FER [Huger, SC 2008198 HRP&O .302 | 60.000 | 96.000 | 3,573 HSLA 81 .302 |No Visible Defects

NMS [Huger, SC 2007869 HRP&O .302 | 66.000 44,940 @ HSLA 84 .302 | .302 |Subject to Stain

FER [Huger, SC 2007499 HRP&O .306 | 60.000 36,477 @ C1020 77 .306 | .306 |No Visible Defects (C1020)
JMH |Huger, SC 2005904 HRP&O .363 | 40.375 34,600 CS-B 70 .366 | .363 |No visible Defects

NMS [Huger, SC 2008274 HRP&O .363 | 60.000 120.000 5,362 HSLA 72 .363 |No Visible Defects

NMS |Huger, SC 2008275 HRP&O .363 | 60.000 120.000 | 5,362 HSLA 72 .363 |No Visible Defects

FER |Huger, SC 2006706 HRP&O .365 | 48.000 40,264 | HSLA 84 .365 | .365 |No Visible Defects

FER [Huger, SC 2007362 HRP&O .365 | 60.000 39,172 = C1020 77 .365 | .365 |No Visible Defects (C1020)
FER [Huger, SC 2007365 HRP&O .365 | 60.000 42,196 @ C1020 77 .365 | .365 |No Visible Defects (C1020)
FER ||Huger, SC 2007888 HRP&O .365 | 60.000 32,312 | C1020 77 .365 | .365 |Subject to Minor Surface Cracks
COL ||Atlanta, GA 2007363 HRP&O .365 | 60.000  72.000 2,282 C1020 77 .365 |No Visible Defects (C1020)
COL |Atlanta, GA 2007364 HRP&O .365 | 60.000 | 72.000 | 2,282 C1020 77 .365 |No Visible Defects (C1020)
COL |Atlanta, GA 2007366 HRP&O .365 | 60.000 | 72.000 | 2,273 C1021 87 .365 |No Visible Defects (C1021)
COL ||Atlanta, GA 2007367 HRP&O .365 | 60.000  72.000 2,273 C1021 87 .365 |No Visible Defects (C1021)
COL ||Atlanta, GA 2007368 HRP&O .365 | 60.000  72.000 2,273 C1021 87 .365 |No Visible Defects (C1021)
COL ||Atlanta, GA 2005217 HRP&O .365 | 60.000  96.000 6,101 HSLA 81 .375 |No Visible Defects

COL ||Atlanta, GA 2005768 HRP&O .365 | 60.000  96.000 @ 4,290 HSLA 81 .375 |No Visible Defects

COL |Atlanta, GA 2006350 HRP&O .365 | 60.000 | 96.000 | 3,034 HSLA 81 .375 |No Visible Defects

NMS |Huger, SC 2008318 HRP&O .365 | 60.000 129.000 | 6,894 HS 77 .365 |No Visible Defects (C1020)



